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ABBTRACT

Welght reductilon, cost competitiveness, and elimination of
the intruslon beam resulted from the redeslgn and fabrleation
using composlte materials of the door outer panel and intrusilon
beam from a 1Y77 Chevrolet Impala. The basls of the redesign
involved replacing these two steel parts with a single compression
molding using the unique approach of simultaneously curing a sheet
molding compound outside panel with a continuous glass fiber in-
truslon strap. A welght reduction of nearly 1l pounds per door
was achleved., Addlitional weilght savings are possible by taking
advantage of the elimination of the intrusion beam to designh
thinner door structures, The parts consolldation approach aliuwe
the composlte structure to be cost competitive with the original
steel design for both the lower productilon car models and for the
near (o mid-term production gontemplated ror electric and hybrid
vehleles using current state-of-the-art composite production
techniques,

In addlitlon to the design, prototype fabrication, and costing
phases of the report, two appendlces contalning material deserip-
tion. properties and compression molding oroduction requlrements
are inceluded.
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1.0 SUMMARY

Low denslt) composite materials have been touted te reduce
automotive structural welght and thereby improve fuel economy for
the combustion engine vehlcle or improve range and performance for
the electric vehlcle., However, unless composite components ean be
abricated at a cost, competitive with steel, they are unlikely
to attain significant inroads, With the composite material costs
ranging from a low of two times the cost of steel, a significant
approach for composites to attain economle acceptance 1s by paris
consolldation, Such a concept was used to evaluate the redesign
of the steel door outeir panel and intrusion beam of a 1977 Chevrolet
Impala using glass/polyester composite materials. The redesign
consisted of a single structure composed of a chopped glass/poly-
ester outer skin co-molded with a continuous glass fiber/polyester
intruslon protection in the form of a strap.

A full scale prototype was fabricated utilizing commercial
composite materials and the compression molding fabrication ap-
proach which 1s found in an automotive mass production environment.
While no complete door structure testing was performed, component
tests indicated that the proposed composite design could satis-
factorily meet the existing federal side door static intrusion
test,

A significant weight reduction of nearly 1l pounds per door
was established for the composite design compared to the baseline
steel design based on replacement welght., In additlon, thinner
door structures would be possible due to the redesign of the in-
trusion protection. This could result in additilonal welght savings
and lowered air resistance with a reduced frontal area,

A complete costing effort was performed to compare thua cuwm-
posite design to the baseline steel design. The pesults indlcate
that for the current gquantities of electric and hybrid vehicles
considered, composite materials, used in a parts consuvlidation
redesign effort of the door outer panel and intrusion beam or
simply in a substitution mode for the outer panel would be cost
competlitive with steel. For automotive quantities, however,
only the parts consolidation approach appears to be cost competi~
tive using state-~of-the~art production techniques. Only with the
development of quicker cure resin systems or by using a multi-
station curing arrangement does the substitution approach using
composlte material for steel appear to attain cost competitiveness.
To fully understand the potential cost effective welght savings
using composite materials, the total chosen vehicle would have to
be reviewed and redesigned where possible.

It is recommended that the proposed composite door structure
be tested, both to the existing federal static intrusion test and
also to a more severe dynamic door impact test which has been pro-
posed as a federal standard.
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2.5  INTRODUCTION

Wwith the objeetive of the program belng to demonstrate pro-
duction feaslbility of cost competitive llightwelght composlte
material components, a number of declslons need to be made - they
involve which component is representative and also what composite
material and manufacturing process will be chosen, Nelther com-
ponent of the problem, namely the part, material or manufacturing
process, is independent from the other and hence cannot always
be established separate from the others, One common concern, and
that being low cost, allows, however, for the determination of
general category answers,

Of all the families of struccural composites, the one with
glass fib-~rs in a polyester resin has been shown to be the most
economlcal for the majority of auvtomotive applicatlions and should
find the widest acceptance, While specilalty fabrication processes
may be cheaper for a given part, the majority of automotive composite
parts can be best made using compression molding. In light of the
volume of parts requlred for an automotive application, compression
molding 1s by far the most applicable process for the general
automotive component. The most difficult decision then involves
the cholce of which component is structurally representative and
can still utllize the glass/polyester system with compression
molding.

In spite of the fact that raw composite materials costs range
from a low of two times the per pound cost of steel, composites
have found usage in such areas as grill opening panels, This
application results from the fact that the single composite part
is cheaper than the 10 to 16 metal parts that i1t replaces. 1In
addition most composite applications result in a reduction in
component welght which reduces the significance of the materilal
cost differentiation, Parts consolidation, and its corresponding
reduction of assembly steps, then becomes a significant approach
to making composite structures cost competitive with the baselilne
metal design. Not all parts, however, are ameanable to parts con-
solidation and must be therefore compared cn a substitution basis.

The choilce within these two distinct component catagories,
namely components which are associlated with parts consoiidation
and ones which only involve direct substitution, was to attempt
the more difficult consolidation effort. This approach resulted
in a prototype component being bullt but both the consolidated
concept and the substitution of the baseline metal design Ly com-
posites were costed. Such an approach was used in the redesign
of a driver's door outer panel from a f-door 1977 Chevrolet Impala.
The substltution 2osting phase came about through replacement of
the outer panel with a chopped glass/polyester resin system. The
parts consolidation effort involved the co-molding of the chopped
glass/polyester resin system for the outer panel along with a
continuous glass fiber/polyester resin system for the intrusion
protection.
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The title of the contraet invelves "A Mass Reduction Effort
of the Electric and Hybrid Vehicle"., Ine legieal question then
ls why is a 1977 Chevrolet Impala dcor belng used as the baseline?
Flrat of all the cholece of a deor structure is not unique to the
type of vehiecle, It has certaln common functional and structural
requlrements independent of car type. The cholce of this existing
steel desipn as the baseline was based on a serles of consildera-
tlons starting with the fact that the Impala door represents an
automotive industry accepted design. Also the baseline door
welght 1s easlily established and the deor's costs can be reasonably
estimated, Finally, if the redesipgned door were tc¢ be tested to
meet current federal Safety Standards, an actual vehicle structure
would be required. It was therefore thought that i1t would be more ¥
realistic to obtain 1977 Chevrolet Impalas than electric vehieles
for destructive testing purposes,

As far as the Impala door outer panel belng a typlcal auto-
motive component, 1t must satisfy a number of stringent design
eriteria, In the area of structural requirements, 1t must assist
in satlsfying the existing Federal Motor Vehicle Safety Standard ~
(FMV33) 214 whiceh is a side door statle intrusion test, as well 3
as corporate standa: s, The corporate requirements would include E
such loading conditions as a vertical load applled to the latch
when the door is opened; a vertical load applied to the rear edge
of the opened deocr inner panel to create a torsional loading; and
a transversge Jload on the door outer panel. Additional require-
ments would involve a deformation criteria on the window frame fto 3
insure that an acceptable wind and moisture seal is maintained.
In addition to the stringent structural criteria, the door outer
panel must also meet rigid finlsh and visual standards.

Prior to evaluating the existing and redesigned door outer >
panels, attention is brought to Appendix A, "Material Selection
Report", This included report presents mechanical properties for
the various types of glass/polyester systems considered in the
study. A description of the materials and the fabrlcation pro-
cesses for these materials are also ilncluded. In the remaining
sections of this report i1t will be assumed that the reader 1s
famillar with the various materials and the meanings of the stan-
dard nomenclature used. If questions arise along these lines,
the answers will be found in Appendix A. In a similar manner,
Appendix B, "Process Selection Report", describes the equlpment
and molding requirements for the compression molding process which
was utllized to manufacture the prototype part.
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3.9 TECHNICAL BLOCUSOION
3.1 Baseline Steel pesign

The chosyn baseline door, from u 1977 4-door Chevrolet
wampala, is shean in Flgure 3-1 where the major structural com-
wents of the door have been ldentified, FRFlgures 3-2 and 3~3
snow the baseline doer after removal of the outer skin and then
additionally the cteel intrucion beam respectively. Filgures 3-4
through 3~-b phow the attachment of the bullt-up steel intrusion
beam to both the front and »ear of the door as well as the attach-
ment of the hinges and the latch, Figure 3-7 shaws the location
of the deadening material which is applied to the exterior steel
skin, The beam 1s welded to the door inner panel which is then
mechanleally attached to the hinges and latch as shown in Figures
3-8 and 3-9 respectively. All hardwars except the exterlior handle,
lock, and slde mirror are mechanically fastened to the door inner
panel., The outer panel is a relatively simple shaped steel sheet
whiech is attached to the inner panel with edge welds and a crimp-
ing of the outer panel over the inner panel's pheirphery flange.
The weilght of the complete Jdoor is 68 pounds and the component
breakdown 1s shown in Table 3-1. The welght of the items to be
replaced 1s 25,5 pounds and includes the outer panel, intrusion
beam, front inner reinforcement, and outer panel deadening material.

{
i

Composite Deslgn

o

3
o N}

The composite design concept is shown in PFigure 3-10, It em-
ploys a sheet molding compound (SMC) outer wpanel co-molded with the
continuous glass fiber intrusion protection to whiceh 1s bonded the
inner panel., Ags can be seen the inner panel, latch, and window
frame remain ldentleal to the baseline steel design. In this way,
the mounting of the door hardware remains unchanged as well as the
hardware itself, and a sturdy foundation for preventing excessive
deformation of the window frame is insured. In addition, Lf the
door would be subsequently tested per FMVSS 214, then a true assess-
ment of a co-molded composite door outer panel with an intrusion re-
slotant strap can be made since it 1s the only change made to the
door structure,

The program as originally structured and funded was t. re-
deslgn and fabrilcate a single representative component out of
composite materials., Even i1f additional funding were provided,
the concept chosen would not have berefited by desighling an inner
panel out of SMC material, even though 1t is technically feasible.
Such a component probably would not be as cost effective as the
basellne steel design because there 1s little chance for part
consolidation, Attachment of door hardware could then become
more expensive due to the possible need of metal inserts. Also
Lt would be more difficult to provide acceptable deformation levels
of the window frame to assure satisfactory sealing., To complete
the plcture for the structural aspects of door, the existing door
design would not allow a low cost composite window frame due to
the inability to duplicate the required stliffness with continuous
glass fiber and still maintain the geometric constraints,

i
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TABLE 3~1  WEIGHT BREAKDOWN OF 1977 IMPALA FRONT DOOR

Imner Panel With Paint

outer Panel With Paint

Guter Panel Deadening Material
Intrusion Beam

Upper Window Frame

Weather Stripping

alass

Hinge Tapping Ilates (2 Pleces)

cage For Hinge Tapping Plates (2 Pieces)

Qutside Handle Assembly
Qutuside Loek Cylinder

Window cChannel Retadiner

Front Inner Reinforcement
Front Window Channel Guide
Window Stop Bracket

Inslide Latch Release Assembly
Latch Assembly

Window Regulator Assembly
Inner Trim Panel

Arm Rest

14

WELIGHT (LBS.)

11.5
11,0
1.3
8.4
5,0
2.0
v,0
0,0
0,2

0.4

- L
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Composite OQuter Panel
Window Frame
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Steel Latch Bracket

Lateh
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Inner Panel

FIGURE 3-10 1977 CHEVROLET IMPALA FRONT DOOR WITH
COMPOSITE OUTER PANEL AND INTRUSION STRAF
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One further conslderation regards the area of passenger
safety, With a chopped glacs SMC inner panel, intrusion into
the door could cause 1ts fracture thereby posing & threat to
the occupant, This fallure possiblity could be minimized by
inecluding some amount of continuous fiber in the molding of the
inner panel., Such a remedy would most assuredly cause the cost
of the inner panel to not be competitive with the existing steel
deslgn., On the basis of strength and deformation requirements,
safety considerations, and of course cost, the cholce of a steel
inner panel and window frame with a composite outer panel and
intrusion protection provides an excellent first design for de-
veloping a lighter welght door structure.

Shown in Flgure 3-10 are a series of »ibs which form pockets
and are co-molded with the outer panel. The attachment of the
composite strap to the hinges is through steel brackets which are
bonded to the intrusion strap and ribs and then bolted to the
kinge., A similar steel bracket 1s used to attach the intrusion
strap to the latch. The arrangement of the varlous material types
used in the redesigned composite outer panel is shown in Figure
3-11. Mechanigal properties and materlal descriptions for the
various materials described in Figure 3-11 are presented in
Appendix A,

3.2,1 Materilal Conslderations

As seen in Pigure 3-11, the door outer panel uses the common
SMC material which can provide a class "A" automotive acceptable
surface finish. The material is approximately 0.080 inches thick.
The larger strength requlrements of the ribs requlire that they
utillze the higher fiber content HMC material. Additional welght
savings could be obtalned by replacing the SMC outer covering
with an SMC material which contains microballoons. The price to
be paid for thls greater welght savings, however may be higher
finishing costs.

The intrusion strap requires greater strength and impact re-
sistance than what is afforded by the chopped glass SMC or HMC
systems, Contlnuous glass fiber material was used, approximately
0.080 inches thick, to satisfy the required structural consildera-
tions. Two continuous fiberglass systems were tried with both
being found acceptable, The two systems, nelther of whiech can
provide a class "A" finish by themselves, are PPG Industries'
XMC-3 material and Owens Corning's C/R material. Both of these
systems have comblnations of continuous and chopped glass with
the chosen system containing 50% continuous and 15% chopped glass.

The reason for including chopped glass in these predominently
continuous fiber materials is two-fold. PFirst of all with a par-
tial engagement of the strap, the chopped glass, which 1s inter-
spersed between the continuous fiberglass, might assist in shear-
ing the intrusion load to additional parts of the strap and to
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the other hinge reaction. Also the chopped glass provides a mere
thermally stable laminate whiech will minimize thermal distertion
caused by coollng down from the cure temperature, The effect of
the chopped fibers is seen dramatically in Figure 3~12, The use
of a low shrink system by itself 1s not sufficient to eliminate
the thermal distortion shown in Fipgure 3~12 without the use of
chopped glass fibers,

Another important consideration was verified in Flgure 3-12.
When the continuous glags fiber system 1is placed in a mold and
pressure appllied, the system cannot flow parallel £¢ the primary
relnforcement direction. In the transverse directlon, however,
significant flow can occur unless the material was originally
cut to f11l the entire mold cavity. For the current deslgn,
minimum welght and cost efficiency could only be obtalned by lo-
cating the continuous fiber material over a portion of the com-
pression molded part. Figure 3-12 thereby verifles that this
material can be restrained in the transverse direction with minimal
fiber washlng, 1f a well defined cavity is provided in the mold.

3.2.2 Welght Summary

The speclfiec parts of Table 3~1 which are addressed in the
redesign effort are tabulated in Table 3-2, The corresponding
welghts for the redesigned components are shown in the same table,
with a welght savings of almost 11 pounds per door projected. The
steel baselline outer panel 1s shown to have 1.3 pounds of dampen-
ing material applied to it. This material was not included on
the composlite panel because of its thicker construction., Sup-
port for not including this material comes from reviewing the
Corvette door oubter panel, It 1s made solely from SMC material,
approximately 0.080 inches thick, and it also does not have the
deadening material.

The welght savings presented in Table 3-2 1s simply the sub-
stitution weight savings. No additional benefit was taken for
Interacting welght reduction which ocrurs by downsizing other
components such as engine and drivetrain, suspension system,
brakes, and so on. A major additional welght savings 1s possible
because the Intruslon beam has been eliminated. The result of
thls composlte concept 1s that the door can be desighed narrower.
Following thils thought one step further, the thinner doors would
allow, for the same interior passenger room, narrower cars if the
styling allows it, The welgnt savings with such an approach would
be slgnificant, In additlon, additional fuel economy would occur
as a result of reduced frontal alr resistance,

3.2.3 B8tructural Configuration
The configuration of the steel hinge bracket bonded into the

HMC rib pocket i1s shown in Pigure 3~13 where the steel bracket is
shown to be flaired open. The result of this confilguration is a

18
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TABLE 3~2 WEIGHT BREAKDOWN OF COMPOSITE OUTER
DOOR PANEL WITH INTRUSION STRAP

WEIGHT OF STEEL BASELINE:

Outer Panel With Paint 11,6 Lbs,
Outer Panel Deadening Materic: 1.3
Intrusion Beam 8.4
Front Inner Reinforcement 4,2

25.5 Lbs.

ESTIMATED WEIGHT OF COMPOSITE DESIGN:

Composite Material 11.0 Lbs.
Paint 0.3
Two Hinge Brackets 1.4
Latch Brackets 1.7
Adhesive 0.2

14.6 Lbs.

WEIGHT SAVINGS: 10.9 LBS. PER DOOR
43% WEIGHT SAVINGS
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mechanical lockup of the steel fitting into the ribbed pocket.
While the steel fitting is bonded to the strap and ribs, it is
hoped that the provision of the mechanical lockup will eliminate
the need for excessive quality control checks using nondestruc-
tive testing. The small dliagonal ribs shown in Figure 3-13
assilst in reacting the loads developed by the mechanical locking.
The subsequent attachment of the steel hinge bhracket to the hinge
using bolts is shown in Figure 3-14.

In providing a mechanical lock of the steel fitting in the
rib pocket, the rib thickness was sized to provide adequate shear
resistance to react the intrusion tensile load. As the tensile
strap load is picked up by the steel bracket, a moment 1s generated
which tends to rotate the bracket away from the strap. This peel
loading 1s reacted by the ribs, with sufficlent rib height required,
through shear in the rib to bracket bond. In actuality there is
a redundency in the design in that these peel loads, caused by the
overturning moment, can be taken out as a peel load through the
larger bond attachment area of the dnner panel to the outer panel.

With the existing steel intrusion beam, the side door in-
trusion is reacted inltially by the bLending resistance of the
closed beam section as well as by the steel's plastlecity. Sub-
sequently, membrane tenslon occurs in the steel beam which draws
the door posts inteo assisting with the energy dissipation. In
going to an intrusilon strap, the benefit of the initial bLending
resilstance is lost. Hence 1t is important that the membrane ten-
slon loading in the strap ocecurs early in the door intrusion so
other parts of the car structure assist to react the deformation.
As can be seen In Figure 3-1b a, the structural confilguration would
allow excessive deformation with little resistance if the ends
were allowed to rotate. If the fixity at the strap ends is in-
creased, then the membrane tension occurs early with the intrusion
as seen in PFigure 3-15 b.

With the consideration of the end fixity, it was important to
deslgn the steel brackets with as little flexibility as possible.
Figures 3-10 through 3-18 provide the detailed drawings of the
upper and lower hinge brackets and latch bracket respectively.
While these brackets would, in production, be formed out of single
pleces of material using draw dies, they are shown as welded struc-
tures In the accompanying figures., They were drawn this way be-
cause that is how they would be fabricated for prototype parts.
4s can be seen, webs and flanges are provided where possible to
create stiff brackets.

The hinge i1tselfl provides rigidity In that it locks up after
approximately 11 degrees of inward rotation as shown in Figure 3-19.
The lateh remains a potentilal problem in that the present design
does not provide significant fixlty prior to the door contacting
the car support pillar. If additlonal fixity is shown to be re-
quived, then the Volkswagen type of catch can be used as displayed
in Figure 3-20.
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In additlon to the door structure seelng side Intrusion
loading, i1t must also react compressive loads coming from
frontal impact. The baseline steel design hus a closed secvion
which could react such loads efflicliently., Tune end configurations
of this steel beam are, however, flat plates as shown in Flgures
3-8 and 3-9, The end configurations thug reduce the efficiency .
by which the existing steel intrusion beam can react these com- ;
presslve loads, While the redesigned composite intrusion strap 4
is Just that, a strap, 1t does offer reslstance to compressive ’
end loads because of the curvature of the outer panel which the
intrusion strap duplicates,

3.2.4 Simulated Intrusion Strap Tests

Prior to completion of the full size compression mold, an ;
approximation of a portion of the intrusion strap and the rib- :
bed pocket area of Figure 3-13 was molded, The simulated pocket
was molded without a locling taper and without the short diagonal >
ribs (see Figure 3-21). The first test using the molding shown in "
Figure 3-21 involved putting a tensile load into the intrusion strep
portion of the molding and reacting it at the locatlon of the hinge
pin as shown in Figure 3-22. This loading introduced hoth shear and
peel loads into the joint configuration, The excessive peeling de~
formation caused premature failure. The resulting force/deformation
response along with a photograph showing the fallure mode are
shown in Figure 3-22., While the test was not truly representa-
tive, 1t did confirm that a satisfactory shear tile exlsted het-
ween the intrusion strap and the ribs,

i

Two additional tests were performed using the molding shown 4
in Flgure 3-21. For both of these tests, two such moldings were ‘
Jolned with a steel strap and a central simulated intrusion load
applled. Both tests were identical except for the end conditions.
In the first test a 3/8" thick pilece of angle iron connected the
test frame to the steel brackets which were bonded into the rib-
bed pockets. In the second test the same angle iron attachments
had steel gussets welded to the legs to prevent rotation. Figure
3-23 shows the post test photograph for the second test which
was terminated due to ylelding of the test frame., The gussets
welded to the angle iron can be observed, Figure 3-24 presents
the excessive distortion observed in the angle iron used in the
first test which caused the test to be terminated after the in- :
trusion strap bottomed out in the test filxture. ,

The gussets used in the second test eliminated the rotational
distortion seen in Figure 3-24. As a result, higher force levels
were developed which led to the distortion of the test fixture
as shown in Figures 3-23 and 3-25. The only apparent damage to
the composlte molding and bond attachment resulted from the dis-
tortion of the steel fitting. Figure 3-26 shows the dishing of
both the back face of the steel fitting and the nut plate as well
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as the bueckling of the slde walls of the fltting. The distortion
of the fitting caused the back rib to fail as shown in Flgure
3=27,

The force/deformation response for these two tests are shown
in Flgure 3-28 where the vequiremsnts for the FMVSS 214, side door
intrusion test, are noted. The results indicate that for a strap
configuration with sufficlently fixed end condltions, it would be
possible to satisfy the current federal side door intrusion test,
This result highllights the previously noted concern regarding the
need for providing rigid end attachments for the intrusion strap
in order to meet current FMVSS standards.

The second test was strain gaged to allow for the determina-
tion of the intrusion strap load. With the gages located on either
side of the steel center strap, it was possible to isolate the
bending strain wilith the resulting tensile load shown in Figure 3-29
as a function of applled load. Also presented in Flgure 3-29 is
the predicted response using a formula from Reference 1 for beams
under simultaneous axlal and central transverse loading, where the
axlial loading was approximated by the strap load for small deflec-
tions. PFor the case of a fixed end beam with a cenftral transverse
load (W) and an axial load (P) the appropriate equation for the
centerline deflection (y) is:

e

2
oy (1-cosh U/2)
y = §% U/2 - tanh U/2 - 5IRR U/2 cosh U/2

e — it st

For the same configuration except with simply supported ends the
equation becomes:

y = % LE/4 - J/2 tanh U221

where
J = JEI/P
U= L/j
L = length of beam

The correlation appears reasonable considering the stiffness
(EI) of the beam was not a constant and the axial load (P) is not
quite the same as the strap load. In addition, attachment de-
formations quickly add to the centerline deflection thus prevent-
ing good correlation over the entire loading range.
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An important result of the test was that the maximum tensile
load measured in the steel intrusion strap was, from Flgure 3-29,
less than 8,000 pounds. Even if, as a conservative estimate, the
load was to lncrease at the same rate which it saw prior to the
test frame yielding, a maximum of approximately 11,000 pounds
would be obtained from Pigure 3-28 at a projected intrusion of
12 in. Such a load level is definitely within the load capa-
bllity of the chosen intrusion strap configuration, Note that
for the force/deformation response seen in Figure 3-28, a maximum
test intrusion of 12 in, would have satisfied FMVSS 214 since the
minimum peak force required had already been reached,

3.2.5 Prototype Mold Fabricatlon

A full sigze zine alloy compression mold was fabricated for
producing protoutype parts. The various equipment requirements
described in Appendix B, "Process Selection Report'", were utilized
with the zinc alloy prototype mold. The mold maker was W, K. In-
dustries, Inc., of Sterling Heilghts, Michigan,

In the fabrication sequence of the mold a production steel
baseline door structure was purchased from a local Chevrolet
dealer It was then mounted on an Impala car to insure that it
would fit properly. Any ilmperfections Iin the door outer panel
were corrected prior to shipping the door to W. K. Industries,
Inc. for mold fabrication. This door was used to obtain the
plaster patterns starting with an expansion plaster cast taken
directly from the steel door outer panel which was restrained to
the correct shape by the inner panel. Filgure 3-30 shows the par-
tially completed wooden and plaster gonstruction for the appearance
side of the mold. It was then used to form a sand cavity into
which the zinc alloy material was cast,

The matching tool half corresponding to the inside surface
of the outer panel was obtailned by applying a wax and wood buildup
to the molding surface of Figure 3-30 to account for part thick-
ness and rib and boss configuration. Then another plaster cast
was taken off the bullt-up structure for use 1n casting the other
half’ of the zine alloy tool. It was necessary to locate ribs,
thickness varlations, and bosses for the wax and wood buildup
per detalled drawings. Flgure 3-31 shows the setup used to ob-
tain dimensions from the same door structure which was used to
fabricate the compression mold. The final detailed drawing of

the molded door outer panel including the intrusion strap is
shown in Figure 3-32,

3.2.6 Prototype Molding

The molding parameters used to mold the prototype parts were
identical to what would be expected in production except that the
charge pattern was hand loaded and not performed by machine. The
various molding requirements are specified in Appendix B, "Process
Selection Report'". The actual molding was performed at PPG In-
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dustriex' Technical Center, in Pittsburgh, Pennsylvanla using
thelr 1000 ton hydraulic press.

The first molding effort involved the establishment of an
acceptable charge pattern, The conbinuous fiber charge was cut
approximately 0.5 inches narrower than the strap cavity to allow
for expected varistions in charge placement, It was determined
that in order to get proper flow of the SMC material, its charge
had to completely cover the continuous fiber material. In addi-
tlon the ribs were slugged with HMC materlial pileces in order to
obtaln complete rib fllling.

After completion of the three minute cure cyele (which wae
not necessarily the minimum required time), the part was removed
from the mold (see Figure 3-33). Sectioning the ribs revealed
the flow pattern shown in Figure 3-34, The partial filling of
the rib by the continuous fiber material occured for both systems
evaluated and lrrespective of whether the rib was oriented parallel
or perpendicular to the continuous fibers, In addition, the par-
tial flow of the continuous fiber into the rib apparently occurs
without any distortion of the orilentation of the continuous flber
immediately adjacent to or in the vicinlty of the rib. What is
significant is that the flow pattern should provide for an excel~-
lent shear transfer. Originally the ribhs, including the short
diagonal reinforcing ones, were sized t¢ provide a sufficlent
shear area for transferring the axial sirap load into the steel
fitting. It 1is conceivable that as a rexult of the flow pattern
observed, that the shear strength would be greater than that
originally used. Hence the rib thickness might be reduced, With
the apparent increase in shear strength of the Joint the remain-
ing prototype moldings were performed using the lower cost SMC
material for the ribs in place of HMC.

Some sink marks were observed especially in the areas of the
hinge brackets. This was partially caused by the fact that the
pads under the hinge brackets was made thicker to allow for fab-
rication of a flat bottomed bracket instead of one which had a
curved surface to follow the door contour. In production a curved
lower surface of the bracket would be used. At the latch area,
on the other hand, the panel thickness was kept constant, and the
sink marks were less obvious. For either area, however, the pos-
sibility of a thinner rib would reduce further the sink marks ob-
served, Another item which would reduce the sink marks 1s to re-
duce the height of the ribs, The rib height, however, cannot be
reduced without sufficient testing since the rib serves to react
the peel loading on the steel bracket to intrusion strap bond.

As previously noted in Section 3.2.3, load path redundancy exlsts
to react this peel loading by the support of the inner panel to
which the steel brackets are attached, thus possibly providing

a means for reducing the height of the ribs,
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The projected welght of the molding from Table 3-2 was 11
pounds. After the best charge pattern was established, the
actual prototype parts welghed out at approximately 11.4 pounds,
Such a discrepancy 1s within normal tolerances for prototype mold-
ings as the part thickness is not kept as accurate as in a pro-
duction mold,

Prior to the prototype molding the steel baseline door which
was used by W. K, Industries to fabricate the prototype mold was
shipped back to The Budd Company. It was then utillzed to fabri-
cate a checking fixture as shown in Figure 3-35. The purpose of
such a fixture was to check both the dimensions and the shape of
the compression molded door outer panel. The molded parts were
put in the checking fixture which verified that thelr dimensilons
were acceptable, Some thermal distortion was observed in the
moldings about the car line horizontal axls. Only a slight force,
however, was required to have t!.- part conform to the checking
fixture. When the molded part is bonded to the inner panel suf-
fleclent restraint exlists to provide the correct shape. No thermal
distortlon was observed about the car line vertical axlis partly
because of the large moment of inertila created by the curvature
of the door, In addition, no twisting of the molded part was
observed,

One of the compression molded parts which utilized XMC ma-
teriagl for the intrusion strap was cut into stralght sided tensile
specimens as shown in Figure 3-36. While the XMC covers a larger
portion of the door panel than was actually cut-up into tensile
specimens, 1t was assumed that the majority of the intrusion strap
load would be teaken by the two segments which were cut into speci-
mens. The two hinge brackets are approximately 4 in. wide at the
beginning of the ribbed pocket and the latch bracket is approxi-
mately 8 in. wlde between the two longitudinal ribs. Hence two
4 in. wide strips were considered as the primary structural path
connecting the latch and hinge brackets as shown in Figure 3-36.

With the chosen specimen width being 0.5 in. and with material
losses due to saw cutting, a total of seven specimens were obtain-
ed from the 4 in. width. As shown in Figure 3-36, three sets of
9 in., long specimens were cut from each of the two strips. Alumi-
num doublers were then bonded to the specimens. Four of the seven
specimens from each group were statically tested to failure,

The four specimens chosen were every other one starting from one
edge of the 4 in. wide band. The other three specimens would
have been tested 1f a wide variation of test results existed for
any one of the six groups of specimens. Such large variatilons,
however, were not encountered.

The load values at failure for each of the four specimens

were added together with the sum multipliied by two to arrive at
an equivalent load capability for the 4 in., width strips. These

48

e o




I omieaan e el




9.0

k.

—— |

ALUMINUM
DOUBLERS

LOADS SHOWN ARE PROJECTED
CAPABILITY ACROSS EACH SECTION

FIGURE 3-36 LOCATION AND TEST RESULTS OF
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values are reported on Figure 3-36. From Fi%ure 3-29, the maximum
strap leoad reached in the simulated FMVSS 214 intrusion test was
8,000 lbs, This load corresponded to a fallure of the test fix-
ture, As far as the test was run, the simulated strap met the

FMVSS 214 test requirements. If the results of the test are ex-
tended to the full 12 inches of intrusion (which is all that is
required since the minimum reguired peak force had been reached)

the peak test load would have been anywhere from 8,000 to 11,000
1bs. depending on what assumptions are used. With the FMVSS test,
both 4 in. wide strips would ve simultaneously loaded with the minl-
mum load capability for both straps being 26,680 1lbs. from Figure
3-3b. This is approximately 2.4 to 3.3 times the maximum load
expected in the actual test., If higher load requirements are

needed then it 1s possible to obtaln them by golng to a two plece
continuous/random material, each plece orilented specifically along
the axls of one of the two 4 in., wide strips.

3.3 Cost Evaluation

The purpose of the costing evaluation phase of the program
is to compare production costs of the baseline steel Impala door
to those of the redesigned composite version. It 1s important to
note that not all of the door has been evaluated because, In the
redesign effort, an attempt was made to have as many common parts
with the steel baseline as possible., Therefore in the costing
effort only those actual parts which have been redesigned or re-
placed and the joining sequences which have been affected will be
included. For instance, the clinching and weldlng of the inner
to outer steel panels is included in the costing for the baseline
steel design while the adhesive bonding of the inner steel panel
to the outer composite panel was included for the costing of the
redesign effort.

Two composite versions wlll actually be costed. The first
represents the simple substitution of an 0.080 in. thick SMC
outer panel to replace the existing steel. For thils approach the
remainder of the door, including the intrusion beam, will remain
the same as for the all steel baseline. The signifilcance of
costing this approach is to evaluate direct composite material
substitution which might be required for such automotive parts
as fenders. The second composite version to be costed would be
the complete redesign of the outer panel which includes the in-
trusion protectilon.

3.3.1 Material Cost

Delivered price of cold rolled coll steel stock ranges from
$0.21 to $0.23 per pound depending on the draw quality required.
In order to form the steel stock in the dle, additional clamping
flanges are required to hold the material. This additional
material, which 1ls subsequently trimmed, is added to the cost of
the steel part. While this steel scrap has value, the cost of
collecting and returning it nearly offsets 1lts scrap value.




Hgnee, 1t has been ignored in calculating the steel material costs,

The price for the composite material 1s not so clean. Hsti-
mates from two vendors indicated that purchased SMC material would
range from $0.60 to $0.7%5 FOB the vendor's plant, In talking with
a manufacturer of SMC equipment, a quantity of a few million pounds
per year was the breakeven point, above which i1t would be cost com-
petitive to manufacture the SMC in-house. With 7.5 lbs. of material
per door, a yearly run of only 100,000 4 door vehilicles would be re-
quired to reach 3,000,000 1lbs. per year, Hence, for costing purposes,
it will be assumed that the SMC material wlll be made in-house. Re-
ference 2 calculated the raw material cost for 8SMC in the 1978
time frame at $0.36 per pound not including the polyethylene f£ilm.
To this would be added the labor (which was estimatcd by the equip-
ment manufacturer at 1000 1lbs. per man hour for a low level of
automation), capitalization ($100,000 to $500,000 depending on the
level of automation), negligible power consumption, and floor space.
Even wlth adding inflation to the raw material costs a filgure of
$0.50 per pound appears to be a reasonable cost if the SMC is made
in-house. This also is consistent with the lower quote receilved
from the vendors, 1f profit and G & A 1s subtracted.

The cost of the continuous fiber material should be increased
over the SMC simply by the additional glass fiber cost. If the ,
delta cost between the glass and the filler material which it re- =
places 1s taken as $0.65 per pound, then in going from SMC with :
27% glass content by weight to a continuous fiber system with 65%
glass content, an increase of $0.25 per pound results. The cost
for the continuous glass system will then be $0.75 per pound if
it 1is made in-house. When a quicker curing resin system is con.-
sidered in the costing effort, an arbitrary $0.05 per pound is
added to the base price for all of the composite systems used.

3.3.2 Labor and Overhead

Accordlng to Reference 3 the average hourly rate for General
Motors for mid 1979 was $9.07 an hour. To this figure is added
fringe benefits which can average 40 ~ 50% above the hourly wage.
An hourly rate was chosen which represented a somewhat higher :
value than the reported $9.07 average because of the large number )
of hilgher paild press operators required. This rate was used for ;
all fabrication steps for both the steel process and the composite |
verslon even though there is some indication that wages for plas- g
tics workers are not as high as those for steel workers. E

Depending on the particular operation and equipment used in J
that operation a burdening rate is applied per part. This bur- i
dened rate includes capital amortization, interest, administrative, ;
floor space, utilities, maintenance, as well as supportive per- ;
sonnal plus their equipment. For instance the burdening on a ]
particular mechanical steel working press will include such things ;
as material handler and oiler charges as well as a crane for die
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setting and removal, While the presses used for composite fabri-
cation are hydraulle and not mechanical, the burdening rate used
was the same as for an equal capaclty mechanical press., Here
again some people have argued that the burdening rate should be
less for the hydraulic presses because of reduced supportive per-
sonnal. On the other hand, malintenance requirements for compres-
sion molds are higher than for steel working molds. Therefore,
without supporting data to the contrary, the burdening rates of
the two types of presses were kept the same, Starting with thils
assumption, it then follows that there would not be a significant
savings 1f two molds were used, side by slde, iIn a single press.
This results because, for mechanical presses, doubling the press
capacity usually more than doubles the overhead rate thus off-
setting any potential savings in labor and floor space., 1If,
however, hydraullc presses were to show a less dramatlc lncrease
in overnead rate versus capaclty, then there would be some ad-
vantage to using tne larger press with two molds, Thls alterna-
tive was not investigated in thls study.

No learning curve has been applied to establishing the part
costs, This 1s because in establishing the three costing scenarlos
used for the composite version, very specific production rates were
chosen., A learning curve was considered to have been required to
achleve these chosen production rates. Also the degree of auto-
mation 1s somewhat limited by the slowest process which for the
state-of=-the-art composite fabrication would be the molding cycle.
If a number of composite parts are beilng produced for various car
models, then an integrated line could be established to handle such
operations as preparation for bonding and painting, adhesive place-
ment, deflashing, and assembly. For such integrated lines, greater
use could be made of robotics and other automation techniques.
There, however, may not be significant cost savings using these
techniques since the reduced labor costs will be partlally offset
by higher overhead burdening rates. As will be seen, the quantity
of state-of-the-art fabricated composite parts which prove to be
cost effective, do not Justify the large use of automation tech-
niques except possibly with the previously mentioned integrated
lines. For the composite costing, the automation techniques con-
sidered will be primarily concerned witi the loading and unloading
of the press with the remaining finishing, preparation, and assem-
bly sequences primarily labor intensive with the use of fixtures
where required.

3.3.3 Capital

If a particular mold or fixture 1s solely dedlicated to the com-
posite 1977 Chevrolet Impala door, then it will be inecluded as tool
cost which 1s amortized over the number of parts fabricated. If how-
ever, a plece of equipment is not dedlcated to a particular com=-
ponent then i1t shows up in the overhead charged against the com-
ponent using that equipment. Inciuded in this overhead charge 1s
the cost of the equipment amortized over a certalin life. Hence,
the actual capital requirements to set up a production line was
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not established in the costing effort since the composite related
equipment was assumed to exist with 1ts cost showing up in the
overhead charge. While this approach 1s acceptable for the cost-
ing effort, it is misleading wlth respect to understanding one of
the serious obstacles facing the use of composites, namely the
capital reguirements.

As previously indlcated, existing metal working presses are
mechanical while hydraulic presses are used to perform the com-
pression molding of composite parts, Attempts have been made to
modify mechanical presses to be acceptable for compression molding,
but with limited success due to current economics. In Reference 4,
the equipment costs to make a complete state-of-the-art composite
door were estimated to be $35,000,000 in 1976. This estimate has
been adjusted so the composite facility's door output equaled that
of a steel faclllty which was estimated to be 1,232,000 doors per
year. For the 1977 model year, there were 423,000 four door
Impalas and Caprices built (Reference 5). These cars would have
required 1,692,000 doors resulting in an equipment cost of $48,000,000
(which was obtained by ratioing up the $35,000,000 estimate from
Reference 4 for 1,232,000 doors per year). This investment magni-
tude many slow down the inroads of composite materials into aufo-
motive structures. One further consideration 1s that even if the
automotive industry were willing to make the investment required
to fabricate composite structures, it would take years to produce
all of the required presses.

3.3.4 Baseline Steel Design

The fabrlcatlon description for the baseline steel components
and those Jjolning sequences which are affected by the composite
redesign are presented in Tables 3-3 through 3-12. Material costs,
production rates, tool costs, and burdened labor costs have been
established for the various fabrication sequences. The burdened
labor cost includes, as discussed previously, the base rate plus
fringes, and the burdened rate which depends on the particular
equipment used., However, no profit or G & A is included in the
burdened labor costs indicated, nor are such costs as sales,
warranty, research and development or transportation. The total
raw material cost from Table 3-3 through 3-12 is $7.87 per door
while the tooling costs are estimated at $1,597,000 for both the
left and right doors. The tooling for both front doors is in-
cluded because in certain cases it was cheaper to form a single
IPlece and then cut it to form both a left and a right part. Also
this tooling cost 1s for a final typlcal steel assembly rate of
90 units per hour which could easily be increased with some addi-
tional clinching and welding fixtures. The total burdened labor
cost for the baseline steel design is $9.94 per door.
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TABLE 3~3 BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
DOOR OQUTER PANEL
PRODUCTION TOOL cosT
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size:,033 in.x 37 in.x 52 in.
Cold Rolled Deep Draw Quality Steel Costs $0.23/1b,
Cost of Coil Steel Stock is $4.15/part
R&L#* Engineer-
ing Model 40
R&L Torm
Frame 30
R&L Keller
Casts 20
600 Decoil & Flatten Decoiler
600 Rough Blank Press Blanking Die 80
400 Draw Press R&L Double 180
Action Draw
Dies
400 Trim Outside Press R&L Trim Dies 150
400 Pierce Door Latch and Side Press R&L Plercing 40
Mirror Slots Dies
400 Flange Outside Flange and Window |Press R&L Flanging 100
Flange Dies
400 Final Form Window Flange Press R&L Flanging 60
Straight Down Dies
Forward to Spray Area Conveyor

* Right and Left
TOTALS FOR TABLE:

MATERIAL COST

TOOL COST

BURDENED LABOR COST
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$4.15

$700,000

$1.95
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' TABLE  3-4  BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
| DOOR OUTER PANEL DEADENING MATERTAL
|

PRODUCTION TOOL COST
| RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
E
| 150 Position Door Outside Panel Sprayer Buck 6

& Spray Deadening Material
. Estimate Cost at $0.12/1b.
f Weight is 1.3 1b,
‘ Cost of Deadening Material
E is $0.16/part
| Forward to Assembly Area Conveyor
l
3
|
' TOTALS FOR TABLE:
MATERIAL COST $0.16
TOQL COST $6,000

BURDENED LABOR COST

$0.27




TABLE 3-5 BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
INTRUSION BEAM, TOP (COMPONENT =-1)
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size: ,042 in, x 8 in, » 40 in,
Cold Rolled Deep Draw Quality Steel Costs $0,23/1b.
Cost of Ccil Steel Stock is $0,88/part
R&L Engineer~- 10
ing Model
R&L Form 8
Frame
R&L Keller 6
Jasts
1200 Decoil & Flatten Decoiler
1200 Cut 8 in, width Shear
400 Form Hat Press R&L Forming 40
Dies
400 Form End Flange Press R&L Flanging 10
Dies
400 Pierce 4 Holes & 1 Slot Press R&L Piercing 14
Dies
Forward to Assembly Area Conveyor

TOTALS FOR TABLE:

MATERIAL COST
TOOL COST
BURDENED LABOE COST
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$0.88

$88,000

$0.85
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TABLE 3-6 BASELINE IMPALA STEEL DOOR ~ ESTIMATE FOR 31
INTRUSTON BEAM, BOTTOM (COMPONENT ~2) i
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPT.ION EQUIPMENT TOOLS ($1,000's) 5
Steel Blank Size: ,042 in, x 5,5 in, x 33 in, f
Cold Rolled Steel Costs $0.21/1b, i
Cost of Coil Steel Stock is $0.45/part g
Model & Alds 7 i
1200 Decoil & Flatten Decoiler ;
1200 Cut OFf Shear
600 Form 2 Beads Press Forming Die 10 5
Forward to Assembly Area Conveyor £=
4
TOTALS FOR TABLE:
MATERIAL COST 30.45
TOOL COST $17,000
BURDENED LABOR COST $0.27
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TABLE 3=-7 BASELINE IMPALA STEEL DOOR ~ ESTIMATE FOR
INTRUSION BEAM, INNER (COMPONENT ~3)
PRODUCTION TOOL COST .
RATE/HOUR FABRICATICN DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size: .042 in, x 7.75 dn. x 17 in.
Cold Rolled Steel Costs $0.21/1b.
Cost of Coll Steel Stock 1s $0,33/part
1200 Decodll & Flatten Decoller
1200 Cut Off Shear
600 Form Hat Press Forming Die 15
600 Form Return Flange Press Flanging Die 10 i
600 Pierce 1 Hole Press Plercing Die Z
Forward to Assembly Area Conveyor

TOTALS FOR TABLE:

MATERIAL COST

TOOL COST

BURDENED LABOR COST
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$0.33

527,000

$0.49
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TABLE 3~Y BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
INTRUSION BEAM ASSEMBLY

PRODUCTION TOOL £0sT
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)

Consists of components

-1, =2 & -3

Set up & weld =3 to =2, Pedestal R&L Welding 8

4 Welds Eack Flange (8 total) Weldew Fixture

Set up above assembly with .

-1 & weld 15 places each 5§ggiial giﬁtg:iding 4

flange (30 total) ‘
Total
Assembly

20
Forward to Next Station Conveyor
J
4
TOTALS FOR TABLE:
MATERIAL COST $0.00
TOOL COST $12,000
BURDENED LABOR COST $0,90
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TABLE 3=-9 BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
TFRONT INNER REINFORCEMENT
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size: ,090 dn, x 12 in, x 27 in.
Cold Rolled Deep Draw Quality Steel Costs $0i,23/1b,
Cost: of Coil Steel Stock is $1,90/part
R6L Eapgiacer= 7
ing Model
R&L Form 6
Frame
R&L Keller 4
Casts
1200 Decoll & Flatten Decoiler
1200 Cut Off Shear
400 Draw Double (i.e. 2 at a time) Press Double Draw 75
Die
400 Trim Except Middle Press Double Trim 70
Dig
400 Pierce 12 Rectangular Holes, Press Double 35
2 Holes, 2 Slots & 2 Cutouts Piercing Die
400 Part 2 Pieces Press Parting Die 40
400 Flange (Parted Flange) Press R&L Flanging 28
Dies
400 Restrike Press R&L Restrike 42
Dles
400 Piexce 2 Holes Press R&L Plercing 10
Dies
400 Pierce 4 Holes Press R&L Piercing 14
Dies
Forward to Assembly Area Conveyor
TOTALS FOR TABLE;
MATERIAL COST $1.90
TOOL COST $331,000

BURDENED LABOR COST _$1.29
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TABLE 3-10  BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
ASSEMBLING DOOR INNER PANEL AND FRONT INNER REINFORCEMENT
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)

Locate and Clamp Front Inner R&L Welding 50
Reinforcement to Door Inner Fixture
Panel
Spot Weld 8 Welds at Side Overhead Special Weld 1
Flange to Door Inner Panel Spot Tips
(One at a Time) Welder
Spot Weld 3 Welds at Side End Overhead Special Weld 2
to Door Inner Panel (One at a Spot Tips
Time) Welder
Spot Weld 8 Welds at Top Flange Overhead Special Weld 1
to Door Inner Panel Spot Tips

(One at a Time) Welder
Spot Weld 8 Welds at Bottom Overhead Special Weld 2
Flange to Door Inner Spot Tips
Panel (One at a Time) Weldexr

Total
Assembly
96
Forward to Next Station Roller
Table

TOTALS FOR TABLE:

MATERIAL COST

TOQOL CO&"

BURDENED LABOR COST
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$0, 00

$56,000

$0.76
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TABLE 3«11 BASELINE IMPALA STEEL DOOR -~ ESTIMATE FOR
ASSEMBLING DOOR INNER PANEL AND INTRUSION BEAM
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Locate & Clamp Intr'sion Beam Use R&L Welding
To Door Inner Panel Fixture from
Table 4-8
Spot Weld 6 Welds at Hinge Overhead Standard Weld
Side of Door (One at a Spot Tips
Time) Welder
Spot Weld & Welds at Lock Overhead Standard Weld
Side of Door (One at a Time) Spot Tips
Welder
Total
Assembly
90
Forward to Next Station Roller
Table

TOTALS FOR TABLE:

MATERIAL COST
TCOOL COST

BURDENED LABOR COST
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TABLE  3-1. BASELINE IMPALA STEEL DOOR - ESTIMATE FOR
ASSEMBLING DOOR INNER AND OUTER PANELS
FRODUCTION TOOL COST
RATE/HOUR FABRLCATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
90 Pogition Door Quter and Inner R&L Clinching 150
Panels in Fixture and 45° Clinch Fixture
Door Quter Panel Flange
Torward to Next Station Roller
Table
90 Final Form Clinch Flange Pruss R&L Clinching 120
Dies
Forward to Next Statdion Roller
Table
\ 90 Indirect Weld Clinch Overhead R&L Welding 90
| Flange (20 Total) Spot Fixture
% Welder
1 Forward to Next Station Roller
: Table
b
y
|
‘.
A TOTALS FOR TABLE:
MATERIAL COST $0.00
TOQL COST $360, 000
BURDENED LABOR COST $2.56
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3.3.5 Composlte Design

Three scenarios were belng evaluated in the costing effort to
mold the composite door outer panel., The hilghlight features of
the three scenarlos are presented in Table 3~13. The Lirst ap-
proach consists of using state-of-the-art technlques to arrive
at a productlon rate of 20 pleces per hour using one mold and one
press.  An automatie loading and unloading arrangement whieh iu
described in Appendlx B is utilized but hand placement of the ma-
terial in the loader is used,

The second approach would assume that a maxlmum rate of 50
pleces per hour 1is possible for one mold and one press Lf much
quicker curing resins were avallable., The same automatic loader
and unloader as before will be used but in addition the loader
will be automaticecally charged. Preheating costs of the material
are Included on the assumption that this may be one way of re-
ducing the caring time during the molding cycle as discussed in
Appendix B. While resin companies are working to obtaln much
qulcker curing systems none have yet been commercialilzed.

The third approach uses the standard resin system currently
avallable and conslsts of the fully automatic loading and unload-
ing sequence of the second approach. However, scveral dies are
used whilch are moved from station to statlion within the curing
sequence. They start at the loading statlion, move to the pressure
application, the in-mold coating (if needed), and then to the
automatlic unloaded statlons, The proJected rate of such an ap-
proach is 200 parts per hour. While such a system has been dis-
cussed 1n the lliterature and is presented in Appendlix 13, 1t has
yet to become a viable approach,

Within the three composite costing scenarilos, the three steel
brackets which attach the iIntrusion strap to the hinges and latch
remain the same., Also the bonding of three brackets to the com-
posite door outer panel remains the same for all three scenarlos.
The only difference here might be an increase iIn the fixture costs
to accomodate a higher assembly rate. In addition the assembly

of the inner to the ouber panel is the same for all three scenarios

with again the same comment regarding fixture costs and assembly
rates appropriate. These common elements of the three scenarios
are presented in Tables 3-14 through 3-18,

The actual molding of the outer panel including the i:atrusion
protection for the three scenarics are presented in Tables 3-19
through 3-21. Ior the 20 units per hour scenario the total raw
material cost, including composite material offal, is $8.77 per
door while the tooling costs are estimated at $702,000 for both
the right and left doors. The corresponding burdened labor costs
are $14.97 per door.
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TABLE 3-13 COSTING SCENARIOS FOR COMPOSITE DESIGN

II.

III.

STATE OF THE ART (20 UNITS/HR)

-

STANDARD RESINS

HAND PLACEMENT OF CHARGE
AUTOMATIC LOADER AND UNLOADER
ONE MOLD AND ONE PRESS

MODIFIED STATE OF THE ART (50 UNITS/HR)

®

®

QUICKER CURE RESIN SYSTEMS
PREHEATING COMPOSITE MATERIAL
AUTOMATIC PLACEMENT OF CHARGE
AUTOMATIC LOADER AND UNLOADER
ONE MOLD AND ONE PRESS

MULTI~-STATION MOLD TRANSFER (200 UNITS/HR)

®

STANDARD RESINS

PREHEATING COMPOSITE MATERIAL
AUTOMATIC PLACEMENT OF CHARGE
AUTOMATIC LOADER AND UNLOADER
8 MOLDS AND 4 STATIONS
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TABLE 3-14

IMPALA COMPOSTITE DROR - ESTIMATE FOR
UPPER HINGE BRACKET (COMPONENT -4)

PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($l,000‘s)
Steel Blank $ize: .060 in. x 10 in. x 11 in,
Cold Rolled Deep Draw Quality Steel Costs $0,23/1b.
Cost of Coil Steel Stock is $0.43/part
R&L Engineering 3.5
Models
R&YL Form Trames 2.5
R&L Keller
Casts 2
1200 Decoil and Flatten Decoiler
600 Rough Blank Press Blanking Die 8
600 Draw {"ull Over Plug) Press R&L Forming 22
Dies
600 Trim Press R&L Trim Dies 18
600 Plerce 3 Square Holes Press R&L Piercing 12
Dies
600 Form Return Flange Press R&L Flanging
Dies 12
Torward to Cleaning and Priming
Area Containers
TOTALS FOR TABLE:
MATERIAL COST 50.43
TO0L COSY $80,000

BURDENED LABOR COST _$0.59
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TABLE 3-19 IMPALA COMPOSITE DOOR - ESTIMATE FOR
LOWER HINGE BRACKET (COMPONENT -5)
PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size:.060 in. x 11 in, x 12 in.
Cold Rolled Deep Draw Quality Steel Costs $0,23/1b.
Cost of Coil Steel Stock is $0.52/part
R&L Engineering
Models 3.5
R&L Form Frames 2,5
R&L Kellex 2
Casts
1200 Decoll and Flatten Decodler
600 Rough Blank Press Blanking Die 8
600 Draw (Pull Over Plug) Press R&L Forming 22
Dies
600 Trim Press R&L Trim Dies 18
600 Pierce 3 Square Holes Press R&L Pilercing 12
Dies
600 Form Return Flange Press R&L Flanging 12
Dies
Forward to Cleaning and
Priming Area Containers

TOTALS FOR TABLE :

MATERTAL COST
TOOL COST
BURDENED LABOR COST
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$0.52

$80,000

$0.59
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TABLE  3-10 IMPALA COMPOSITE DOOR -~ ESTIMATE FOR
LATCH BRACKET (COMPONENT ~G)
'‘PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
Steel Blank Size: ,060 in, x 13 in. x 17 in,
Cold Rolled Deep Draw Quality Steel Costs $0.23/1b,
Cost of Coil Steel Stock is $0.87/part
R&L Engineering
Models 4
R&L Form Frames 3
R&L Keller 2
Casts
1200 Decoll and Flatten Decoiler
600 Rough Blank Press Blanking Die 9
600 Draw Press R&L Forming 26
Dies
600 Trim 2 Sides Press R&L Double 16
Trim Dies
600 Trim 1 End Press R&L Trim Dies 8
600 Trim & Flange Other End Press R&L Trim Dies 12
600 Form Return TFlange Press R&L Flanging 12
Dies
600 Pierce 3 Holes Press R&L Piercing 12
Dies
Forward to Cleaning and Priming Area|Contailners
TOTALS FOR TABLE :

MATERTAL COST
700L COST
BURDENED LABOR COST
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$0.87

$104,000

$0.79
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TABLE 3-17 IMPALA COMPOSITE DOOR -~ ESTIMATE FOR.
ASSFMBLING COMPOSITE DOOR OUTER PANEL
"PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($l,000's)
Consists of Components -4, -5, ~6, and Composite
Quter Panel
Adhesive Required is $.08/part
Degrease, Spray Prime (Air Dry)
Composite Panel Conveyor,
Clean & SpraT
Equipment
Degrease, Dip Prime (Force Dry) Conveyor,
3 Steel Brackets Clean & Dip
Equipment
Position Door Panel in Tixture & Dispensing | R&L Bonding 30
Apply Adhesive to 3 Bracket Areas Equipment Fixture
Position 3 Brackets to Compﬁsite
Panel and Clamp
Move Clamped Assembly to Curing
Station (8 Minute Cure Cycle)
Remove Clamps from Brackets
Total
Assembly
90 Forward to Next Station Conveyor
TOTALS FOR TABLE :
MATERIAL COST $0,08
7'00L COST $30,000
BURDENED LABOR COST  §81.74
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TABLE 3-18 IMPALA COMPOSITE DOOR - ESTIMATE FOR
ASSEMBLING DOOR INNER AND OUTER PANELS

PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS (31,000'8)

Adhesive Required is $0.09/part

Degrease, Spray Prime (Air Convevor,

Dry) Steel Inner Panel Clean & Spray

Equipment

Position Composite A.sembly in Dispensing R&L Bonding 70

Fixture & Apply Adhesive to Equipment Fixture

Bonding Flange

Position Inner Panel on Composite

Assembly & Clamp

Spot Weld Inner Panel to 3 Overhead

Steel Brackets (6 Welds Total) Spot

Welder

Total
Assembly
50 Remove Assembly from Fixture Conveyor

and Forward to Next Station

TOTALS FOR TABLE :
MATERTAL COST $0.09
TOOL COST $70,000

BURDENED LABOR COST “§2.56
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TABLE 3-1Y

BASELINE TMPALA COMPOSITE ~ ESTIMATE FOR

DOOR OUTER PANEL - COSTING SCENARIO I

;
!
¢
i

"PRODUCTION TOOL COST
RATE/HOUR FABRICA'TION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
SMC Ribs 1,0 1lb, x $0,50/1b. = $0.50
Continuous Fiber 3.84 1b, x $0.75/1b, = 2,88 y
Strap §
SM(: Outer Skin 6.8 1b- X $0950/1b. = 3040 R&L Engineering
Models 40 ]
R&L Form Frames 30 3
R&L Keller Castp 20 ¢
600 Blank 9 Pieces SMC for Ribs Press Blanking Die 8 :
600 Blank 1 Piece Continuous Press Blanking Die 3e %‘
Fiber Strap ﬁ
600 Blank 1 Piece SMC for Outer Skin Press Blanking Die 30 {g
20 Manually Strip Plastic Backing R&L Loading 20 3
from Each Blanked Piece & Manually Trays j
Place in Loading Tray f
20 Cure Composite Part (90 Second Cure)| Press with | R&L Molds 180 '%
Automatic P
Loader &
Unloader ;
60 Position Panel in Fixture & Pierce | Portable R&L Trim & 40 E
Door Latch & Window Mirror Slots, Grinder Piercing :
Trim Excess Flash from Composite Fixtures :
Panel i
Remove from Fixture & Foxward Conveyor ?
to Next Station ;i
i
-
B
TOTALS FOR TABLE : ;?
MATERTAL COST ¥6.78 i
TOOL COST $398,000 i

BURDENED LABOR COST $8.70
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TABLE 3-29

IMPALA COMPNSITE DOOR -~ ESTIMATE FOR

DOOR OUTER PANEL =~ COSTING SCENARIO II

PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TODLS ($l,000’8)
SMC Ribs 1,0 1b, x $0.55/1b, = $0,55
Continuous Fiber
Strap 3.84 1b. x $0.80/1b., = $3.07
SMC Outer Skin 6,8 1b. x $0.55/1b., = $3.74
R&L Engineering 40
Models
R&L Form Frames 30
R&L Keller 20
Casts
600 Blank 9 Pieces SMC for Ribs Press Blanking Die 8
600 Blank 1 Piece Continuous Press Blanking Die 30
Fiber Strap
600 Blank 1 Piece SMC for Outer Skin Press Blanking Die 30
50 Automatically Strip Plastic Backing | Automatic R&L Loading 25
from Each Blanked Piece & Automati- | Stripper & | Trays
cally Place in Loading Tray Loader
Loaded Tray is Placed in Preheated |}Oven
Oven and Held for 35 Seconds
50 Cure Composite Part (40 Second Cure)|Press with | R&L Molds 180
Automatic
Loader &
Unloader
60 Position Panel in Fixture & Pierce |Rortable R&L Trim & 40
Door Latch & Window Mirror Slots. Grinder Plercing
Trim Excess Flash from Composite Fixtures
Panel
Remove from Fixture & Forward Conveyor
to Next Station
TOTALS FOR TABLE :
MATERIAL COST %7.36
TOOL COS7Y $403,000
BURDERNED LABOR COST $4.29
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TABLE 3-21 IMPALA COMPOSITE DOOR ~ ESTIMATE FOR
DOOR OUTER PANEL - COSTING SCENARLO IIL
‘PRODUCTION TOOL COST
RATE/HOUR FABRICATION DESCRIPTION EQUIPMENT TOOLS ($1,000's)
SMC Ribu 1,0 1b, x $0.50/1b, = $0.50

Continuous Fiber
Strap 3.84 1b, x $0.75/1b, = 2,88

SMC Outer Skin 6.8 1b, x $0.50/1b, = $3.40
R&L Engincering 40
Models
R&L Form 30
t Frames
R&L Keller 20
Cagts
L
| 600 Blank 9 Pieces SMC for Ribs Press Blanking Die 8
| 600 Blank 1 Piece Continuous Fiber Strap|Press Blanking Die 30
600 Blank 1 Piece SMC for Outer Skin Press Blanking Die 30
200 Automatically Strip Plastilc Backing | Automatic 12 R&L Loading 130
from Each Blanked Plece & Stripper & | Trays
Automatically Place in Loading Tray |Loader,
Carrousel
Conveyor
Loaded Tray Passes Through a Oven
Preheat Oven
200 Cure Composite Part (90 Second Cure)|Press with | 8 R&L Molds 1,060
Automatic
Loader &
; Unloaderx
4
; 200 Position Panel in Fixture & Portable R&L Trim & 145
Plerce Door Latech & Window Mirror Grinder Piercing
Slots, Trim Excess Flagh from Fixture
{Composite Pancl
: Remove from TFixture & Torward Conveyor
) to Next Station
! TOTALS FOR TABLE :
MATERIAL COST 56.78
TOOL COST $1,493,000
BURDENED LABOR COST $2,35
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For the 50 units per hour approach, the total raw material
cost 1o $9.35, with burdened labor costing $10,56, and tooling
for both the rlght and left doors estimated at $767,000, For the
200 units per hour scenario the total raw material cost is $8.77,
with burdened labor costing $8,62, and tooling for both the right
and left doors estimated at $1,917,000, As with the baseline steel
design the tooling costs for this last scenario were based on a
final assembly rate of 90 units per hour. This rate could be in-
creased with some additlonal bonding fixture costs.

3.5.6 Cost Comparison Between Steel and Composite Desighs

Direct cost comparisons between the baseline steel design
and the composife version are difficult because of a number of
variables. In order to make the comparison, the number of years
the particular design will be used and the total number of parts
of that deslgn to be manufactured over the model 1life need to
be established. Once these facts are known then an hourly rate
can be determined so that the total number of parts required can
be fabricated in the required time frame,.

Steel parts are commonly manufactured on 8 hour shirfts of
which typically 6.5 hours are considered prcductive. Two such
shifts per day are used in the costing exercice to arrive at a
total number of units which can be produced. For the composite
design, two 10 hour shifts per day are assumed to be usually run
in order to conserve the energy required to heat the molds, Of
each 10 hour shift, 8 hours are assumed to be productive., Hence
in comparing steel to composite production, two different hourly
rates are required to arrive at the same total production within
a gilven time frame. This difference will be reflected in some of
the graphs presented.

For the current cost study the added cost for part rejec-
tion and rework will be considered to be the same for both the
steel and composite designs and therefore will be ignored. In
addition it was assumed that the finishing costs for the composite
version wlll be eventually comparable to that for steel and it
therefore was not included in the study.

Selecting the appropriate numbers from Tables 3-3 through
3-12 and 3-14 through 3-21 allowa for the comparison of just re-
placing the steel outer skin by the composite skin, without any
intrusion protection. For the steel design, the outer panel would
only involve the information on Tables 3-3, 3-4 and 3-12. For the
composite design the outer panel would involve the information in
one of the three Tables 3-19 through 3-21, depending on which
costing scenario is being used. The material cost of the composite
materlal would be reduced for Tables 3-19 through 3-21 since no
ribs or continuous fiber material is required. In addition, Table
3-18 would have to be modified to reflect the elimination of weld-
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ing the inner steel panel to the three brackets which are bonded
to the strap., Table 3-22 presents the costing of this modified
assembly.

The results are presented in Figures 3-37 and 3-38. In Figure
3-37, the number of units required for the life of a model car are
related to the required hourly production rate through the life
of the particular model, This rate then establishes the total
tooling costs required to manufacture the required quantity. Some k
general comments are necessary to understand Figure 3-37. First
of all the tooling costs sta:s with the amounts shewn in the pre-
vious tables describing the processes., Additional tooling costs
have been added where required to obtalin the proper manufacturing
rate., The actual costs would follow a step-like response with in-
creasing production rate since addlitional tooling requirements will
be step additions. For the data presentation, however, stralght
line results have been shown., Note that the actual tooling costs
used represent one half the values previously shown in the tables
describing the process, Such costs should more correctly reflect
the actual tooling costs per right or left hand door.

Also as seen in Tigure 3-37 1s the fact that a minimum amount
of tooling costs exist flor each costing scenario. If the required
production rate is less than the costing scenario was tallored for,
the tooling cost would not be reduced. In fact none of the manu-
facturing processes would be reduced in production rate below
thelr targeted value. Instead they would be run at their design
production speed until all the requlred parts were made, a4t which
time the overhead equipment would be used for other jobs.

=

This concept of a minimum tooling charge becomes impertant 3
in comparing the steel to the composite design. Figure 3-38 starts £
the same way as Figure 3-37 by comparing a total model run versus
production requirements, except this time a four year model life
is chosen for the example. This production rate is next presented
as a function of the tooling cost per unit which is obtained from
the total tooling cost of Flgure 3-37 divided by the total model
runn. When the model production run falls too low then the tool
cost per part can become significant because as indicated pre-
viously, there is a minimum tooling charge for each of the costing
scenarios,

Once the tooling cost per part 1s established in Figure 3-38,
then the part cost can be established by adding in the appropriate
labor and material costs. The last item to be determined is the
hreakeven point which is defined as the number of model units above
which it is cheaper to manufacture the part out of steel and below
which the composite version is cheaper. These breakeven pointe
which are a function of the costing scenarlo are also shown in
Figure 3-38.
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TABLE 3=ue IMPALA DGOR WITH COMPOSITE OUTER PANEL -

ESTIMATE FOR ASSEMBLING DOOR INNER & OUTER PANELS

PRODUCTION | TOOL COST
RATE/HOUR FABRICATION DESCRIPTLON EQUIPMENT TOOLS ($1,000's)

Adhesive Required fs $0,09/part

Degrease, Spray Prime (Adr Dry) Conveyor, L

Steel Inner Panel Clean & Spra

Enulpment:

Pogsition Composite Assembly in Dispensing | R&L Bonding 70

Fixture & Apply Adhesive to Bonding | Equipment Fixture

Flange

Position Innex Panel on Composite
Quter Panzl & Clamp

Hand Clamp 3 Flange Sides, Hand Clamps
2 Clamps Each Side

Remove from Fixture to Complete Conveyor
the Cure Cyale

Remove theé 6 Hand Clamps

Total
Assembly

30 Forward to Next Station Conveyor

TOTALS T'OR TABLE :

MATERIAL COST $0.09
TOOY, COST $70,000
BURDENED LABOR COST §2.47
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In a comparable fashlon to Figures 3-37 and 3-38, Figures
3-39 and 3-40 present the same type of informatior »c¢  the complete
composite redesign of the outer panel which inelue the intrusion
protection.

The costs that have been compared are the estimated manufac-
turing costs between a baseline steel design and a composite re-
design. In Reference 6, however, a pound of weight saved for an
electric or hybrid vehicle would save in the neighborhood of 0.0
pounds of additional welght as a result of downsilzing other com-
ponents such as the engine and drivetraln, suspension system, brakes,
and so on, The resultant c¢ost savings assoclated with this inter-
acting weilght reduction has not been included in this study. In addi-
tion the cost of the energy saved as a result of lighter vehicle
welmht has also not bee irncluded.

3.4 Proposed Modificatilon to the Composite Design

The premise under which the Impala door outer panel was re-
designed using composites was that the redesign effort could not
change the original form or function requirements, In comparing
the results between Jjust the composite outer panel replacement
and the complete redesign of the ocuter panel including Iintrusion
resistance, there was not a significant improvement in their re-
lative cost competitiveness compared to the baseline steel version.
Originally 1t was anticipated that a consolidation of parts would
be more cost competitive than mere substitution. In the redesign
effort which included the intrusion protection, the baseline steel
outer panel, intrusion beam (three pieces) and the inner rein-
forcement were replaced by a single compression molding. Part
consolidation was lost, however, when three steel brackets had
to be bonded to the strap for attachment to the hinges and latch,

Al

The exlsting door configuration has adjustments for the hinge,
in the form of enlarged mounting holes and floating nut plates,
at both the post attachment and the door attachment. The composite
design also has this provision. If, however, both adjustments per
hinge were not required than a design which insures parts consoli-
dation exlists. Some justification exists for loouing at this al-
ternative since the Volkswagen Rabblt has its hinges permanently
welded to the door with the only adjustment occuring at the hinge
to post attachment. If this approach would be acceptable for the
Impala design, then the elimination of the two steel hinge brackets
of Figure 3-14 can be accomplished with a possible configuration
being shown in Figure 3-41. The concept shown in Figure 3-41 has
that portion of the hinge, which was bolted to the steel hinge
bracket of Figure 3-10, now directly bonded to the intrusion strap
and the ribbed pocket. In addition t¢ eliminating the two steel
brackets, six bolts with lockwashers, two tapping plates, and twe
tapping plate retainers are also eliminated. Even with allowing
for some increase in size of the hinge bracket which is bonded to
the intrusion strap, vhe concept shown in Figure 3-47 could save
save up to an additional 1.5 pounds over what is shown in Table 3-2.
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FIGURE 3-41 PROPOSED MODIFICATION TO THE COMPOSITE DESIGN
WHICH ELIMINATES DOOR-TO-HINGE ADJUSTMENTS.




Some additional redeslgn effort would be required for the
inner panel to accomodate the concept shown in Figure 3-41, Also
some modifications to the assembly sequence previously presented
may be required., Taking a conservative estimate of the cost
savings for the proposed modificatlion, a total of $4.50 possibly
could be saved per door, With the state-of-the-art costing effort
(scenario I) of Section 3.3, the calculated breakeven point would
go from approximately 70,000 units presented in Figure 3-40 to
approximately 292,000 units. Remembering that these numbers re-
present the number of unlts per model l1life, then an assumed four
vear model llfe would yield a yearly run of 73,000 unlts for a
breakeven number, below which composlites are cheaper using the
scenario I costing appreoach., Usilng the assumed $4,50 per door
savings the other two costing scenarios would show that the com-
pnslte verslon would be cheaper than the baseline steel design
for all preduction quantities,

Returning to the 73,000 units per year for scenario I, which
corresponds to svate-of~the-art technology, it 1s interesting to
note a signifilcant number of car models fall within thls yearly
production. From Reference 7, the total 1978 model run is pre-

sented in Table 3-23 for all cars manufactured in the United States.

The number of models for which the composite design would be cost

competitive 1s even greater than that presented in Table 3-23 since

many models are available in elther a two or four door version,
each usually requiring a different door design.

In reviewing these statements for the proposed modification to

the composite design of Section 3.2, Lt must be remembered that no
detalled evaluation of effect on welght, cost, or design have been
attempted other than a very cursory look. Within the framework of
such an effort, however, the proposed modification appears to be

a viable one.
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TARLE 3-23 1978 U, S. CAR PRODUCYLON TOTALS

CORPORATION DIVISION MODEL NO. OF CARS
American Motors Gremlin 7,644
Concord 106,697
AMX 2 720
Pacer 15,385
Matador h, 803
Spirit 27 102
Chrysler Plymouth Horizon 162 011
Voyager 10, 673
Volare 221 761
Fury u9 176
Caravelle 4,493
Chrysler Chrysler 85 596
LeBaron 150,908
Dodge Omni 126,225
St. Regls 15 453
Diplomat 75,755
Sportsman 33,220
Aspen 162,661
Monaco 28 246
Ford Mobor Ford Pintc 185 091
Mustang 240 162
Fairmont 286 046
Club Wagon 45,309
Granada 246,407
LTD II/Torino 134 608
Thunderbird/
Elite 326,873
Ford 278,949
Mercury Bobecat 38,601
Capri 37,143
Zephyr 88,254
Monarch 89,974
Cougar 218,108
Mercury 152,149
Lincoln Lincoln 98,119
Versailles 15,559
Mark V 75,845
General Motors Bulck Skyhawk 24,980
' Skylark 107,302
Century 77,205
'78/'79 Regal 275,007
Buick 300,677
Riviera 25,179
Cadillac Seville 59,794
Cadillac 244,355
Eldorado 6,612
Chevrolet Chevette 301,615
Monza 166,948
Camaro 281,754
Nova 279,78y
Sportvan 30,150
85
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TABLE 3-23 1978 U, S, CAR PRODUCTION TOTALS (CONT.)

CORPORATION

Volkswagen
Checker

DIVISION

TGRS SN eI

Oldsmobile

Pontlac

86

MODEL

NO. OF CARS

Malibu/Chevelle 435,753

Monte Carlo
Chevrolet

Corvette
Startfire
Omega,
Cutlass

Oldsmobile

Toronado
Sunbird
Phoenix/

Ventura

Fireblird
L lizng

Ceand Prix

fontilac

325,786
524,074

48,966

15,274
0,896
/,251
061
142
714

7,951
195,377
124,035
206,605
184,327
40,194
i} 225
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4.0 CONCLUSIONS

A significant new design/fabrication concept was investigated
in the redesign effort of a standard automotive door using composite
materlals, The approach which resulted in cignificant part replace-
ment welght savings demonstrated the ability to selectively and
locally reinforce a general chopped glass composite structure with
continuous fiber material, The concept, if carried to its fullest
potentlal, could account for thinnher door structures and hence
narrower car bodies, keeping the same interior space, which would
result in major welgnt savings and reduced alr resistance.

Even without these added secondary weight and hence cost savings,
parts consolidation resulting from the simultaneous molding of
different materials 1s shown to have the potentilal of being cost
competltive with the exlsting steel baseline even with today's
current composite manufacturing technology and practices,

For automotive parts which are not amenable to parts con-
solldation, the development of shorter cure times, either through
development of faster curing resins or by changing the curing ar-
rangement, will be required before such parts would start to be-
come cost competitive with steel,

For :lectris and hybrid vehicles, however, the number of
units per year are low enough, at least for the current quantities
consldered, so that composlte structural parts are cost competitive
with steel for both the material substitutlon or part consolidation
approaches.
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5.0 RECHIMEIDATIONS

‘Yhe deor strueture 1o an ecpeclally ceritleal one in that 1t .
must resiot very cevere impact conditlons, Presently the federal |
regulation regarding door intruclen, FMVSS 214, 1o a statie teost,
Bffortys are underway, however, to update the faderal regulations
to ineclude a dynamie intrucion test of the door ctructure. Henece
from a structural concideration, 1t would be benefilclal to sta-
tically and dynamically test the composite intrusion strap and
compare it to results for the baseline steel deosign.

To fully develep the composite Intrusion strap concept along
the lines of the preposed modification of Section 3,4, where the
hinge adjustment at the door was eliminated, a detalled review
should be performed. Finally along the lines of acceptance by
the automotlive industry, tests should be performed to determine
the minimum sige ribs which are required to provide adequate
structural integrity., Any reduction from the present size would
further reduce the sink marks observed and hence the door would
be more readily accepted by the industry.

The previous recommendations pertain specifiically to the 7
chosen component studied, To fully understvand the potentilal
welght savings avallable thrcocugh %he use of composites, the
total chosen electric or hybrid vehilcle should be reviewed
oY rggisigned to take advantage of parts consolldation where
poss e,
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6,0 NEW TECHNOLOGY

Under the terms and conditions of the cenuract o listing of
new technology is required, For thls study, no new technolagy
which has not already been previously proposed in part in litera-
ture and patent applicutilons, has been identified or reported
under this contract,
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ABSTRACT

A mechanleal propertics report was developed for the three
types of fiberglass/polyester composite materials used in the
fabrication of the door outer panel which incorporates an in-
trusion strap. The data presented was obtalned primarily from
published litercture and as such cthe number of variables encountered
in polyester re.in formulation, and fabrication and testing tech-
nigques prohlblted the generation of design allowables. The data
thus presented provides thy basils for preliminary designs using
these materials.

Both statle and fatigue data and the effect of temperature
are included. In addition some environmental data is presented.
An example of how laboratory flat plague test specimens correlate
with tests made from specimens cut from actual components is also
discussed.

The processes for fabricatlion of the three types of material

are included as well as a brilef description of the individual
material components.
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1.0 MATERIAL PRODUCTION PROCESS

Figure 1-~1 identifies the materials considered for use in the
actual molding of the door outer panel. Sheet molding compound (SMC)
consists of chopped reinforcing fiber and a thermosetting resin which
includes thickeners and other fillers. These materials are deposited
on a carriler film to form a continuous sheetf of material as depilcted
in Flgure 1-2, A number of manufacturing variables can be evaluated
using this production set-up, inclucing fiber type, length of chopped
reigforcement, speed of the machine, and viscosity and type of the
resin,

With a contlnuous fiber composite, the resulting mechanical
strengths and stiffnesses are dependent on fiber type and fiber orien-
tation., When these same filbers are chopped and then randomly oriented
in a resin matrix, the range and magnitude of material properties are
signiflicantly reduced compared to the possible properties of a con-
tinuous fiber composite., The fiber selectlon process then becomes one
of economics which has dictated fthat the reinforcement should be glass.
Within the glass family "E" glass was chosen primarily on the basis
of economics although other factors such as being able to be chopped,
having good impregnation characteristics, providing good flow and
leaving good surface characteristics during molding had to be con-
sidered., The glass roving used has been chemically treated, or "sized!,
primarily to provide good adhesion %o the resin system used.

The glass fiber in an SMC material can be of any length with
Figure 1-3 showing the effect of fiber length for an HMC materlal
(Reference 2), TFor good laydown after chopping, uniformity of glass
content and random orientation in the material, lengths of less than
2 in. are used. Lengths less than one-half inch are difficult to
wet-out and are therefore not usually conslildered, For the automotive
industry, however, a length of 1 in. has become standard. Typlecal
glass lecading for SMC material is 20 to 35% by weilght. With the re-
placement of only a few percent by welght of the fillers with glass
microballoons a savings of up to 25% of the welght of the SMC material
is possible with essentially no cost per pound change (Reference 3).
The high-strength molding compound (HMC) is produced on the same pro-
duction set-up shown in Figure 1-2 except that the fiber content 1is
50 to 65% by weilght,

AE SMC production line can be presently run at welghts up to 28
0z./ft“. (Reference 4) and at speeds up to 30 £t./min (Reference 5).
Working at 100% efficiency and operating continuously, a single 4 ft.
wlde machine can produce approximately 25 million pounds of molding
compound per year (Reference 6).

Along with fiberglass being the prime fiber reinforcement of SMC,
thermosetting unsaturated polyester is the universally used resin.
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Its appeal results from good mechanlcal, chemical, and electrical
properties, allowlng easy and quick processing, and it is avallable

at low cost., An alternative to the polyesters are vinyl ester resins.
This system provides excellent chemical resistance to a large number

of chemicals as well as providing excellent mechanical properties

which are superior for higher temperature environments to those ob-
tained with polyesters (Reference 7)., The polyesters are, however,
still lower cost than the vinyl esters and are being used predominantly
in the automotive industry.

In addition to the catalyst, which is chosen primarily for a
quick cure time, a number of additives (Reference 6 and 8) are com-
bined with the polyester resin. Flllers are added to reduce cost,
reduce shrinkage, improve surface appearance and to enhance mold-
ability by promoting the flow of the glass reinforcement during curing.
The fillers are usually lnorganiec, inert materials such as calclum
carbonate, clay, talc, and hydrated alumina., For the HMC material
the higher glass content replaces most if not all of the filler.

The most common thickening agents added are calcium and mag-
nesium oxides and hydroxides. The primary purpuvses of the thickeners
are to provide a proper molding viscosity and to prevent separation
of the resin from the glass reinforcement during the flow of SMC and
HMC in the mold.

A number of thermoplastic polymers are available to add to the
polyester resin to achleve low polymerization shrinkage. The three
general categories of polyester resins according to Owens Corning
(Reference 6) are general purpose, low shrink and low profile. The
most prominent distinction between the 3 types 1s the amount of thermo-
plastic material present. The general purpose polyester resin has no
additives especially added to provide low-shrink or low-profile results
(although the filler material may have low shrink characteristics),
while the low-shrink systems have up to 10% by weight of thermoplastic
polymers and low-profile systems have up to 15%. This distinction as
to categories of polyester resins is not necessarily a universal one
and it may vary from company to company.

Other additives include metallic stearates for mold release, pig-
ments, flame retardants, tougheners, and ultraviolet absorbers.

After the composite material has been compounded using the ar-
rangement shown in Figure 1-2, the SMC or HMC sheet is then matured
in a temperature controlled environment to provide a uniform, repro-
ducible viscosity for molding. The maturation process can take from
one to seven days depending on resin formulation with three days being
required for most systems,.

Returning to Figure 1-1, one of the candidate materials for the
intrusion strap is Owens-Corning's continuous/random system. Basically
it starts with the same SMC production process depicted in Figure 1-2,
but an additional continuous roving is fed onto the chopped glass prior
to the resin impregnation as shown in Figure 1-4. Many combinations of
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contlnuous and chopped glass can be eonstructed using this productlon
process,  The contlnuous roving glass placed onto the chopped glass,
however, ds a fixed gquantity. The polyethylene £Llm speed is varled,
keeplng a constant chopper speed, to vary the percentage of contin-
wous to chopped glass content., IPor a high percentage of contlnuous
plass this would result in a falrly Ghin matertal. A thiecker materilal
1s possible only 1f more contlnuous glass could be fed into the system,
This would be possible 1 more creels were used or Lf a prepared highly
untdirectlional mat was avallable. TFor many automotlve applications,
however, a thick sectlon of contlinuous fiber is not required,

The problem with thls productlon process in a thick sectlon, Lf
requlred, Ly that the econtlhuous filber appears on Jjust one side of
the composlte and may cause thermal distortlon upon curing., L a
thinner compounded sheaet materlal Ls used, then a thlcker secllon
could be obtalned by stackdng several plies, wlth care taken to In-
sure o balanced layup. For mass produced automotive parts, thls
stacking arrangement might prove to be a source of problems.

The last materdal considered in Mgure 1-1 ls PPG Lndustries!
XMC=-3 materlal. Contlnuous glass roving ls filament wound onto a
Large dlameter mandrel to form the basle XMC-2 material. 1I' chopped
glasy Lls added during the Pfillament windlng, then the XMC-3 material
Lo obtained as shown ir Migure 1-5H., Resin is applied by {lrst passing
the roving through a resin bath prior to winding 1t onto the mandrel.
The winding angle is prelatively small, usually # 7.5°, so the Tlber
reinforcement Ls essentlially unidirectional. A number of traverses
back and forth along the length of the mandrel is requlred to com-
pletely cover the surface of the mandrel, thus forming a single ply.
With continual additlon of chopped glass durding the required three
traverses per ply, a good distributlion of chopped fiber is obtalned.
The chopped glass has been designed to be predominantly oriented at
9OY Lo the primary composilte strength direction and a wilde range of
contlnuous Lo chopped glass comblnatlons are possible.

A number of plles can be added to the mandrel to form the de-
slred thickness. A maximum thickness, however, is dictated by the
slee of the drum because excessive fiber distortion will ccecur ILf
too thlek of a material Lls cut from the mandrel and then lald flat.

L a dual mandrel set-up ls used whereby one mandrel is being
filament wound while the other one 1s having the composite removed
and prepared for the next winding, a capaclty of 300 pounds per
hour is presently possible (Reference V),
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.0 MATERIAL PROPERTIES

Materlal property data has been collected for the three classes
of coinposlte material which are used in the compression molding of
the door outer panel ineluding the intrusion strap. These material
types are shown in Figure 1-1,

In presenting material data it must be képt in mind that the
information is obtalned from numerous sources and no guarantee exists
with respect to the consistency between test technlques and accuracy.
While the only resin system evaluated was polyesters, there are still
differences in the various polyester formulations to cause additlional
variations from one data source to another. In some instances chopped
glass mat data was reported to supplement data obtalned from compres-
sion molded specimens. The correlation of chopped mat and compresslon
molded specimens has not been documented and so including such data
can be gquestioned.

Only fatigue data reported in the literature 1s included where
the indlividual data points were presented. Lven here the data in-
cludes inaccuracles because 1t had to be estimabted from fatlgue curves
which in most cases were found in reports in a much reduced format.
Individual static data were not reported in the references but in-
stead usually Just the average. In presenting the data here, when
more than one source of data was found, any mean of statlce data curves
therefore represent the mean of average data points. Wlth the lack
of individual data polnts and with variations of resin and fabrication
and test technlques, 1t makes 1t lmpossible to establish design al-
lowables, "Therefore the data presented provides general information
and could be used for preliminary deslign to evaluate the cost and
welpht effectiveness of utilizing the composite material presented Iln
this report., For any critical areas, actual testing would be needed
using the chosen material while maintaining all of the relevent test-
Ing conslderatlions such as envipronment and stress concentrations,

wne further comment 1ls requlred when performing actual represen-

tative tests which were Just mentloned., Such testing generally utlllizes

controlled laboratory speclmens which are not usually made in the same
way that the part will be fabricated in production., The controlled
laboratory testing generally shows a lower scatter in the test data
than specimens taken from a productlon or simulated production hard-
ware component. A typlecal example willl be presented, after the data
pregentatlion, in Sectlon 2.5, This concern Lls primarlly directed
toward the chopped filber systems because varlations in flow pattern
between the laboratory specimen and the specimens cut from the pro-
duction part lead to the differences in data scatbter observed. Such
descrepancles for continuous fiber composites should not be as notice-
able unless the curvature or processing of the actual part introduces
fiver wrinkling which would result in a reduction of properties.
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In reviewing the data presented, a number of ltems must be
considered. For both the static and fatligue data, when a curve is
marked "Mean of test points" the data has been statilstically reduced.
If the curve 1s unmarked or is labeled "estimated", it is Just that,
an estimated trend, For the fatigue data, the "Mean of test polnts"
curve assumes a stralght line relationship between stress and cycles
on a log-log plot and the curve represents a least square, linear
regression fit, HFatlgue runout data points, whieh are indicated
by an arrow attached to the data point, are not included in the
statistical analysis, Also statlc data polints are not incluced
in the fatigue data.

The only static data whieh have "Mean of test points'" curves ;
are the temperature dependent properties, Here the same statistilcal
approach was taken but a stralght line was assumed, something which
may hot be completely justified,

In reviewing the data note that all glass percentages will be
presented as a percentage of the total composite by welght. Further-
more a designation of SMC (R25) will refer to a sheet molding com-
pound which contailns 25% by weight of random chopped glass fibers,
Similarly a designation of HMC (R65) refers to a high-strength mold-
ing compound containing 05% by welght of random chopped glass filbers.
The glass fiber description for the continuous fiber systems will
be specified on the indlvidual data pages. I chopped glass mat '
data is reported 1t is reported in the format of MAT (R2bH). ]

2.1 8SMC Data

Table 2-1 presents the range of room temperature mechanical
properties and physilcal constants for SMC (R25 unless otherwise a4
noted) . Figures 2-~1 through 2-0 present tenslle, compressive, ]
and flexural strength and modulus versus temperature respectively
for SMC (R25 and/or R35). Some "Mean of test points" curves have
been put through both R25 and R35 data points because there is an
unexplained lack of distinction between them, Ilgure 2-7 presents
the tensile strain to fracture versus temperature for these same
materials,

Fatigue data for SMC is presented in Figures 2-8 through 2-13.
Data with different load rates are lumped together to form a common
"Mean of test points" curve for a number of these flgures. Studles
on the effect of cyclic rates for SMC materials appear to show the
same type of scatter as is evident for a single load rate testing.
Consequently distinctions will not be made for data of different
load rates. In addition, no Goodman corrections have been made in
the data to arrive at a common stress ratlo even though slight
variations between referenced ‘data sebts exist (Stress ratio 1s the
minimum stress divided by the maximum stress for a given fatigue
cyele).
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TABLE 2-1 ROOM TEMPERATURE MECHANICAL PROPERTIES FOR SMC (R25)

ROOM TEMPERA- N
! TYPICAL PROPERTIES UNITS TURE VALUE REFERENCES
* Strengths Tenslle Ultimate MPa 69 - 82 11, 12, 15
; Flexural Ultimate MPa 187 15
‘ Compressive Ultimate MPa 143 12
? In~plane Shear Ultimate MPa - —
g Interlaminar Shear Ultimate MPa 14,78~ 22,1 15, 23
; Ultimate Tensile Strain b4 .34 12
| Notched Izod Impact kJ/m 0.72 15
i1
;
] Elastic Tensile Modulus GPa 13.2 - 13.7 12, 15
a Flexural Modulus GPa 11.5 15
Compressive Modulus GPa 13.7 12
In-plane Shear Moduliis GPa 5.3 - §,5%* ——ce
Poisson'g Ratlo 25 12
Physical Density kg/m3 1800 ~ 1910 12, 15
Constants Coeflficient of Thermal 6
, Expansion mm/mm/° ¢ 4.4 - 23.2 x 107 12, 15
¥ For R30 Data
#% Calculated from G = E/2 (L +%)
|
{
[ All




Room temperature tensile fatigue is presented in Figure 2-8
where the curve for SMC (R35) 1s composed of the three sets of
data with chopped glass ranging from 22 to 38% by weilght. Within
this group are two sets of chopped glass mat data with the third
set contalning 2 in. long chopped fiber instead of the standard 1 in.
The room temperature '"Mean of test points" curve for SMC (R25) taken
from Flgure 2-8 is compared to various temperature extremes in Figure
2-9, to notched fatigue data in Figure 2-10, and to tension-compres-
sion fatlgue in Pigure 2-11l. Tenslle modulus degradation with fatigue
cycles 1s presented in Figure 2-12 while Figure 2-13 presents flexural
fatigue data.

2,2 HMC Data

Table 2~2 presents the range of room temperature mechanlcal
properties and physilcal constants for HMC (R65 unless otherwlse
noted), Figures 2-14 through 2~17 present tensile and flexural
strength and modulus respectively versus temperature for HMC (R65).
Flgure 2-18 presents the tensile strain to fracture versus tem-
perature for the same material.

Fatigue data for HMC (R65 and R50) is presented in Figures 2-19
through 2-23. Room temperature tenslle fatigue 1s presented in
Figure 2-19 where the data for both R50 and R65 are lumped together
to form a single curve. Whlle a different fatigue response between
R50 and R65 dabta would be expected the two sets of data points fell
so close together that a single curve was establlished. The room
temperature "Mean of test points" curve for HMC (R65 and R50) taken
from Figure 2-19 1s compared to various temperature extremes in
Figure 2-20, and to notched fatigue data in Figure 2-21. Tensile
modulus degradation with fatigue cycles 1s presented in Figure 2-22
whlle Flgure 2-23 presents flexural fatigue data.

2.3 XMC and C/R Data

A summary chart for the XMC and C/R material would be difficult
because of the number of variables involved; the total amount of glass,
the ratio of continuous to chopped glass and for the XMC material,
the wind angle., The individual data values, where they are available,
will have to be read from the presented data plots.

Figures 2-24 through 2-28 present the room temperature tensile
and flexural strength and modulus and interlaminar shear strength
respectively for XMC and/or C/R material as a function of the ratio
of chopped glass to total glass content. Figures 2-29 through 2-32
present tensile and flexural strength and modulus versus temperature
respectively for a single composition of the XMC and/or, C/R famllies.
Figure 2--33 presents the tensile strain to fracture versus temperature
for this same member of the C/R family. Where available, the statin
data presents strengths and modulus for both the primary load direc-
tion and for the transverse direction.
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TABLE 2-2 ROOM TEMPERATURE MECHANICAL PROPERTIES FOR HMC (R65)

TYPICAL PROPERTIES UNITS R AanERA REFERENCES
Strengths Tensile Ultimate MPa 191 ~ 245 11, 12, 14, 15
Flexural Ultimate MP& 319 - 405 14, 15
Compressive Ultimate MPa 225% 17
In-plane Shear Ultimate MPa o2t 17
Interlaminar Shear Ultimate MPa 35.9 15
Ultimate Tensile Strain % 1,67 12, 14
Notched Izod Impact kJ/m 1,09 - 2,03 15, 18
Elastic Tensile Modulus GRa 14,2 - 17.0 ii, 12, 14, 15
Flexural Modulus GPa 15,3 - 15.4 14, 15
Compressive Modulus GPa 16,0% 17
In-plane Shear Modulus GPa 6 - 6. THE -
Poisson's Ratilo 0.26 12
Physical Density ke/m> 1800 - 1820 12, 15
Constants Coefficient of Thermal o 6
Expansion mm/mm/ " ¢ 7.2 - 13.7 x 107 12, 15
* For R50 Data
%% Calculated from G = E/2 (1 +V)
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Fatigue data for XMC is presented in Figures 2-34 through 2-37.
Room temperature tensile fatigue 1is presegted in Figure 2-34 as a
funetlion of wind angle., This data for 10Y cycles ls replotted in
Figure 2-3% to provide an indlcation of wind angle effect on fatigue
strength., Tensile modulus degradation with fatigue cyecles is pre-
gented in Figure 2-36 while Figure 2-37 presents flexural fatigue
ata,

2.4 Supplemental Test Results

In addition to displaying & loss in siiffness with fatigue
loading as shown in Flgures 2-12 and 2-22, the chopped systems
also creep under static loading., Flgure 2-38 gives the magnitude
of creep for SMC (R25) materilal versus temperature for a single
loading. While the amount of creep for the continuous fiber sys-
tems 1s considerably less, they also do exhibit a stiffness reduc-
tion with fatigue loading.

Nater absorption by the composite systems considered Is possible
with PFlgure 2-39 providing data for an uncoated SMC (R30) system.
The detrimental effect of the molsture absorption can be seen in
FPigures 2-40 and 2-41 where environmental stress rupture data 1is
presented for SMC (R25) and HMC (RG6%) respectively. At each tem- *
perature the higher humidity data showed a lower time to fallure. i

iffects of exposure of SMC (R25) to various automotive type
flulds and environments are presented in Figures 2-42 and 2~43 for
tensile strength and modulus respectively. Additional environmental
exposure influence on SMC flexural strength and modulus are presented
in Flgures 2-~44 and 2-45 respectively. The previous four figures i
presented data on exposure whille the specimen was in an unloaded
state. It 1s believed, althcugh supporting data could not be found,
that for similar data where the specimen was exposed while loaded
would prove to be more damaging. In Figures 2-46 and 2-47 the
SMC (R25) specimens were first prestrained (to an unreported level) 3
and then subjected to environmental exposure resulting 1in the tensile
strength and modulus data presented.

Very little impact data was avallable in the literature. Re-
ference 28 made the comment that for contilnuous glass fiber/polyester
composites that "stone impact, as simulated by subjJecting samples
to repeated ¢ycles on the Ford gravelometer, results in no detectable .
deterioration of fabtigue properties." In Figure 2-48 a MAT (R21) |
specimen was subjected to repeated tensile impact loads. The results p:
are compared to the mean curve of SMC (R25) tensile fatigue data of
Figure 2-8.

Fatigue crack growth for SMC is presented in Figure 2-49 with
the usual metals format. While a well defined crack, propagating
in the material, 1s not observed with the chopped fiber systems, the
zone of damage growth has been likened to crack propagation in metals.
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The continuous fiber systems do not dloplay this same type of
damage growth, For inctance, for the C/R systems loaded in tensile
fatigue, cerack growth from a noteh runs parallel to the continuous
fivers starting at the edge of the notceh,

The metal fittings which attach to the car's door hinges and
lateh are first bonded to the composite door outer panel. Figure
2-50 provides bond shear strength versus temperature for steel
bonded to SMC, HMC, and XMC, The test results are for a single
overlap test specimen which falls prematurely due to induced peel
loads. The ribs which are molded with the door outer panel will
react the peel loads and as a result the bond shear strength will
be significantly ilncveased.

2.5 Mechanical Propertles from Actual Production Moldings

The problem of variatlions in test results between controlled
laboratory spucimens and specimens cut from actual production com-
ponents was previously mentioned. The following discussion will
review thlgs problem for a speclfic example where both the laboratory
specimens and the production component were fabricated using the
same maberial and both sets of specimens were tested at The Budd

Company Technical Center,

Flexural and tensile test results were obtained using speci-
mens cut from compression molded flat plaques of SMC (R27) or HMC
(R60) material. 'The coefficient of variation (COV), which is defined
as the standard deviation of a number of samples divlided by the mean
of the samples, 1s used as the measure of scabtter in the data., The
COV for the speclmens tested from the flat plaques are presented in

Table 2-=3,

For comparison flexural properties of a prototype plastic seat,
FPigure 2-51, were measured. The four components of the seat, the
cushion (1), the cushion reinforcement (2), the back (3), and the
back reinforcement (4), were cut into flexural specimens and testzd
for strength and modulus. Results indicate that the average strengths
and modulii are within R% of the values measured from the flat test
plaques. The coefficlent of variatlons, however, were much larger
than those observed in Table 2-3, For the SMC (R27) materilal the COV
was 37 and 17% for flexural strength and stiffness respectively.
Similarly the COV was 43 and 28% for flexural strength and stiffness
respectively for HMC (R60). The conclusion 1s that although the
flexural strength and modulus are approximately the same for the
two sets of specimens, the design level based on tests using actual

hardware will be much lower.
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TABLE 2-3
TYPICAL COEFFICIENT OF VARIATIONS FOR SMC AND HMC

Flexural Plexural Tenslle Tenslle

Composite Material Strength Modulus Strength  Modulus
SMC (R27) 19% 1% 178 12%
HMC (Ro0) 175 13% 17% 12%
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TEMPERATURE FOR SMC (R25 and R35)

FIGURE 2~7 TENSILE STRAIN TO FRACTURE VERSUS
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NUMBER OF .CYCLES

FIGURE 2-8 ROOM TEMPERATURE S~N CURVES FOR SMC AND MAT (R25

AND R35) LOADED IN TENSION~TENSION FATIGUE
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FIGURE 2-26 ROOM TEMPERATURE TENSILE MODULUS VERSUS

PERCENTAGE OF CHOPPED GLASS FOR C/R
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FIGURE 2-51 PROTOTYPE PLASTIC SEAT

A69




APPENDIX B
PROCESS SELECTION REPORT




iB

The compllation of the material properties presented

ABSTRACT

in the Material Selection Report was based primarily on

specimens fabricated by the process known as compression

molding.

A brief review 1s presented in this report of

the equipment requirements including the matched metal
mold and the hydraulic press. Also ineluded are the
molding requirements and their effect on the cured com-
poslte part,

In the costing effort of the program, a number of
the costing scenarios involved proposed manufacturing

schemesg,
gchemes.

This report also brilefly describes these
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1.0 COMPRESSION MOLDING

Assoclated with the chosen glass/polyester systems for use
as the material to fabricate the door outer panel, is the required
curdng process, The polyester recin system, belng a thermoset
materlal, requires a combination of time-temperature~-pressure to
effect an acceptable cure, The large quantity of parts reguired
in the mass production oriented automotive industry dictates that
the cure cycle be as brief as possible yet provide structurally
acceptable parts.

Compression molding of the glass/polyester systems was chosen
for the fabrication of the door outer panel since 1t best meets
the mass production requirements of the automotive industry for a
variety of parts.
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2.0 EQUIPMENT REQUIREMENTOG

The basic equipment consists of matched metal molds which
provide component shape and a hydraulic press which supplies the
curing pressure., The polds are heated to the curing temperature
which is approximately 150° C for polyesters, The room tempera- f
ture glass/polyester is cut to the proper silze charge, which q
generally corresponds to less than 50% mold coverage, and placed
into the mold., The hydraullc press closes the mold, initlally a
forcing the composite material throughout the mold followed by @
constant pressure of approximately 1000 tec 2000 psi for proper .
cure., The cured part 1is removed from the mold and the next charge '
1s loaded. The flash is removed from the cured part, and then it
ls assembled and finished.

L e

The important areas of a typical compression mold are shown
in Pigure 2~1 (Reference 1). The material used in the construc-
tion of a production tool 1s a hardened steel. The molding sur-
faces of the appearance side of the molding should be blemish-free
and chrome plated which 1s buffed to a high luster. The heating
of the mold 1s provided by steam, electric, or high temperature
oll, with the number and location of the heating lines deslgned o
to give uniform mold surface temperature, E

The shear edge requires very close tolerance to minimize the
flash and to insure that adequate pressure 1ls developed in the
composite material., The leader pins assist in achleving correct
allgnment of the two mold halves during closing while the heel
blocks react any lateral loads caused by the molding. )

The mold contains a hydraulic ejector system which uniformly ;
railses the part away from the mold. The locatlon of the ejector 4
pins depend on the specific component but fthey usually will be
placed on all bosses and ribs to insure that these sections do
not lock up in the mold.

In addition to using hardened steel for the molds, the dile
block thickness must be sufficient so as to minimize deflection
during mold closing, In addition, very accurate parallelism
of the two halves of the mold must be maintained to insure
accuracy in the part thickness.

In the prototype molding of the door outer panel the basic
features of Pigure 2~1 were incorporated in the compression mold.
The only difference was that the material used for the dile was a
zinc alluy materlal, Whereas the production steel mold 1s machined,
the zinc alloy die is cast in sand molds which were developed from
plaster patterns. After casting, the gzinc alloy material is
generally finished and polished but o chrome finlsh is used.

While the mold material used for the prototype molding differed
from production, the molding temperature, pressure and time was

B2
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identical between prototype and production., Hence, the prototype
fabrication proved to be an excellent simulation and no verifica-
tion of composite material properties should be necessary between
prototype and production fabricated parts.

As previously indicated, the press utilized for compression
molding generally has a hydraulle ram. A significant requirement
of the press involves the need l'or close tolerance on the platen
parallelism to insure correct part thickness. In addition, the
closing speed of the mold over the final 0.25 in of closing is
crltical to achieve proper flow of the composite material. Other
important parameters which must be known in order to choose the
correct press for the component are the press tonnage capability,
platen size, and press daylight opening (i.e.,, maximum distance
between platens).

The important auxillary equipment considered in the costing
exercise portion of the program involves an automatilc charge
loader and an automatic part unloader. Such equilpment exilsts
(Reference 2) and a schematic is shown in Filgure 2-~2. While the
previous charge 1s curing, the external loader tray 1s charged
with the precut composite pleces. Spears, attached to the load-
ing carriage, are hydraullcally lowered through the composite
material and then rotated to capture 1t, When the press 1s ready
for the next charge, the loading carriage moves over the bottom
mold and the spears rotate back to their original posiltion. The
composlte material 1s then forced off the spears by a stripper
frame which has a mating contour to the bottom mold. The loading
tray then moves away from the press and is reloaded.

When the cured part is ejected from the top mold, a catcher
tray, which is contoured to fit the finished part and is mounted
to the top of the unloader carriage is used. If the cured part
is ejected from the bottom mold, then the unloader carriage can
be equipped with vacuum cups which attach to the part and move it
up and out of the press.

A number of new =quipment developments regardlng compression
molding are in the experimental stage while others are still in
the talking stage. For instance in reference 3, a system of con-
trolling press parallelism, velocity and force has been developed.
The system, known as '"programmable force velovity control system",
uses hydraulic cylinders orn the four corners of the press platen.
The system 1s claimed to minimize wall thickness variation, some
waviness, and reduces part reject.

Another approach to improving the acceptance of compression
molded compot. ... materials involves the ure of #olded coatings
as descrlbed in Reference 4. The componen. is molded as usual
except near the conclusion of the cure cyci. the mold is opened
slightly and a thermoset coatling material is injected into the
opening. The mold is again closed and the coating is thus forced
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to impregnate the composlte substrate, thereby rr  ucing porosity
and surface pits. The result is a lowering =~ ‘L. finishing
costs,

A number of proposals have been put forth for increasing the
rate of composite component production without the need for an
excessive number of conventional hydraulic presses. An actual
system was developed in Reference 5 which used a carrousel approach
with up to 12 molds at a time. An ilnitial closing station forces
the SMC material throughout the mold by providing a high curing
pressure, Once the mold has been closed, a lower mechanical
clamping force is maintained throughout the remainder of the cure.

Figure 2-3 shows the approach proposed in Reference 3 where
a serles of moving stations were used with statilonary presses,
As with the system presented in Reference 5, the composite material
sees a high initial closing pressure followed by a lower one
during the remainder of the cure. Tensile and flexural tests
were reported to show no difference between SMC parts molded with
the high/low pressure cycle compared to the conventional high
pressure cure. Surface porosity was, however, increased but the
mold coating 1s expected by the author to eliminate this problem.
Such a cencept is expected to produce one part every 15 seconds.
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3.0 MOLDING REQUIREMENTS

Inltlial placement of the composite material into the mold
is quickly followed by the platen closure to force the material
throughout the mold., The rate at which the platens close 1s im-
portant in obtaining an acceptable cured part, If the closing
speed 1s too great a condltion known as resin-wash, or a separa-
tlon of glass and resin, occurs (Reference 6)., In addition, a
too rapild mold closure would result in high local pressures which
could abrade the mold surface and also trap ailr in the molded
part (Reference 7).

If the mold closes too slowly then a pre-gel condition exists
where the polyester resin starts to cure prior to fillling the
mold (Reference 6). The final speed thus chosen depends on the
viscosity~-tine~temperature curve of the composlte material, The
chosen speed will keep the composite material in a state of con-
tinuous flow until the mold has been filled. The time could take
2-10 seconds for the last approximately 1l/U4 in of closing (Reference
7). Flgure 3-1 shows a typical record of hydraulic pressure and
mold displacement as a function of time (Reference 8).

The normal range of the mold temp:-rature is 132 to 165¢C depend-
ing on the composite system. Once the proper cure temperature has
been established with the aid of an SPI Gel Time Test (Reference 6),
then the curing time needs to be established. Generally, the cure
time 1s defined (Reference 8) as that amount of time for the com-
posite material to advance through the heat-up stage and then to
Just beyond the exotherm peak., Figure 3«2 shows a typlcal heating
curve and the definition of cure time. If the mold temperature
is not monltored and 1s allowed to go too low, then a long cure
time will be necessary to completely cure the part. If the part
is removed after the normal cure time the peak exotherm may not
have been reached which would result in an undercured part. Struc-
turally, this could cause poor interlaminar properties and blisters.
If, on the other hand, the moldjtemperature is allowed to go too
high, the peak exotherm will be reached soconer and its value will
be higher. 1In extreme cases the resulting large thermal gradient
which would occur across the thickness of the part could cause
internal cracking if the part is removed prior to some degree of
temperature equalization having occurred., (Reference 9).

The determination of the time to reach peak exotherm tempera-
ture will depend on the part thickness. Figure 3~3 (Reference 10)
shows the effect of part thickness on cure time for a specific
HMC material. DMest parts, however, are not of a uniform thickness
but have bosses and ribs attached which delay the total component's
curing.

At the correct curing pressure and temperature, the effect
of cure time becomes important. As Figure 3-4 (Reference 9) shows,

.

st b




e g T T

PRESSURE

MOLD TRAVEL

\\
PRESSURE
MATERTAL
SOFTENS
\;h 1 1.
MATERIAL
FLOW IS
oo, COMPLETE
} TIME *
UPPER PLATEN MOLD
CONTACTS MATERIAL CLOSED

FIGURE 3-1 MOLD DISPLACEMENT AND HYDRAULIC
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for a glven part thilckness, the longer the ¢ure time the more the
part reaches a uniform temperature after the peak exotherm tem-
perature is obtained., If time permits, such an equilization of
temperature through the thlekness would aveld some resultant re-
sldual thermal strosses. If the part is removed too soon then
the mechanlcal properties can suffer., From Reference 9, Figures
3-5 and 3~0 show the effect on flexural strength and interlaminar
shear strength respectively for a 0.5 in., thick plaque as a funec~
tion of cure time.

In some of the costlng scenarlos evaluated in thils study the
possibility of preheating the composite material prior to molding
was included, The effects of preheating HMC material was in-
vestigated in Reference 9 with the results that preheating re-
duced the time to reach the peak exotherm, This would indicate
that the cure cycle could be reduced although no mechanical testing
was performed for verification. The other result was that for a
chosen preheat tempersture, the exotherm temperature was reduced
compared to the value for a no prehewat condition.
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